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State of California - Department of Transportation

MATERIAL PLANT QUALITY PROGRAM

MPQP

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

i

Weighbelt Calibration
. # g / y r 10 j b 2
* reference scale units, Test zmq._.mm_.. S 2 ;.3 ¢4 L6 / 7 o, 8 9 / AT Fte
weighbelt pounds | | Type of Material — . . — e S S
. : " Test Length (min.)
reference scale units - S = R
N ! pounds Displayed Rate (TPH) - i - 1
T Calculated Rate (TPH) ,
® average calibration error, - . - — e
weiahbelt Mnxu Actual Gross .
* average calibration error, Weight | Tare
meter m i _Qn (Ibs or tons) Net : i
~specificgraviy |1 | |Agaregate Tons, Actual ) 0.00 0.00 0.00 0.00 000  0.00 0.00 0.00 0.00 000 000 0.00
Tons Metered RS af SRESIINS e TR PSS . N, .. NSNS NOU - —— _—
Spg o Error 0.00 000 000 000 0.0 0.00 0.00 0.00 0.00 0.00 0.00 0.00
m | Percent Error 2! . i ” i .
Span Used o ) o -
Report Calculated Span 27
Numberl__ MF-A-2016-LAS!| |yseability wvoo ) - |
District __ o1l| [Mark If Used *
inspected by | i Meter Calibration
; iqui LAS Slow LAS Med LAS Fast
plagtowner BIM\._.ﬁl‘Iw Type of Liquid : , _ _ _
Mercer Fraser Test Length (min.) 15:09. 12:25
laridgation Displayed Rate (TPH) 18 220 ; ]
River Walk Drive Fortuna CA| | Calculated Rate (TPH) -0.00 -0.00; |
50.27 50.45
lanttyoe . HMA-Batch-LAS!| | Actual Gross : :
P YP y
Weight Tare 50.3 50.5. i
scale agency (Ibs or tons) 0.03 T 0.05 / : I
Customer Owner el s . : ., ” : ,
‘Asphalt Tons, Actual -.000015 -.000025 0 (03 0 0 0 0 o 0 ]
inspection date i 03/02/2016 | | Gallons Metered | i
Tons Metered i ! i i :
Error -0.0000 00000  0.0000  0.0000  0.0000  0.0000  0.0000  0.0000  0.0000  0.0000  0.0000  0.0000
Percent Error -100.0000 -100.0000 -100.0000 | ‘ , B m o
Span Used | , B
Calculated Span ? ? ?
Useability voip voiD
Mark If Used *
Run Note CRT

LAS Certified for State use.
150 Ibph to 247 Ibph
‘SPAN 14.7104.75

‘Average error 0.03%

Comments on Indiviual Calibration Runs




