State of California - Department of Transportation

MATERIAL PLANT QUALITY PROGRAM

MPQP

Neighbelt Calibration

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

P y 7 7 / J 10 12
® reference scale units, Test Numuer 1 /f 2 {£ 3 4 = S - 6 £ ‘i 4 11
weighbelt _ Type of Material
: : Test Length (min.)

reference mnm_m_htwpm“_ Displayed Rate (TPH)
meter
N I Calculated Rate (TPH)
average calibration error,
weiahbelt [% Actual Gross
® average calibration error, Weight Tare
meter % (bsortons) | Nat
* specific gravity _U Aggregate Tons, Actual
Tons Metered
spg source Efrar
_ _ Percent Error
Span Used
Report Calculated Span
Number 1-16R Useability
District | 01]| |Mark If Used *
inspected by /<1 L— L Le m Meter Calibration — — -
lant Type of Liquid Extender Extender Extender Virgin Virgin Virgin
plant owner

[ Test Length (min.) 2.31 3.51 7.36 2.40 3.30 5.05

plant location Displayed Rate (TPH) 6 4 2 30 22.5 15

[ Granite Plant HWY 17 Calculated Rate (TPH) 0.67 0.43 0.20 31.00 22.91 14.85

: : . ; 11.2 11.25
. _ Rubber ik Gross 1.0258 1.0254 1.0250 11.24 6
Weight Tare 1.0 1.0 1.0 10.0 10. 10.0
gealbagenay (ibs ortons) N 0.03 0.03 0.03 1.24 1.26 1.25
_ Bartolomi mnm_mm et . - . . . .
Asphalt Tons, Actual .0258 .0254 .025 1.24 1.26 125
inspection date | mw:h__mc‘._m Gallons Metered
Tons Metered 0.026 0.025 0.025 1.248 1.263 1.254
Error 0.0001 0.0000 0.0000 0.0075 0.0028 0.0040
Percent Error 0.3876 0.0000 0.0000 0.6048 0.2222 0.3200
Span Used 0.9975096 0.9975096 0.9975096 0.9860000 0.9860000 0.9860000
Calculated Span 0.9937 0.9975 0.9975 0.9801 0.9838 0.9829
Useability Acceptable Acceptable Acceptable Acceptable Acceptable Acceptable
Mark If Used *
Run Note CRT

Comments on Indiviual Calibration Runs

Plant certified for use on State contracts.

Crumb Silo 0-12000 Ib
Hi Nat Silo 0-6000 Ib

Virgin Oil 14.845 - 31.00 tph Span # 0.98600000
Extender Oil 0.20 - 0.67 tph Span # 0.99750460

Blend meter not certified and not used on this project. Bartolomi Scales (Paul)




Repcrt Number|1 16R

plant type[Rubber o

(-;.}‘ l-/'— | plant controller \CEI

p[ant owner \Natlonai Blendlng

i plant location ‘Gramte Plant HWY 175 )

scale acceptable to14000

| useable scale capacity(14000 | largest noted error, for this scale 1

“scale number applied total ;adjustment; adjusted; .

| 1] step | applied |build-up | applied from total| indicated | actual | errorin I

T number test weight| weight | weight | laststep| weight| weight| error| grads|uyseaBiLiTy |remarks

_matenalgge always zero, e e e ) s =

| dry rubberg |1 2000 2000 foriststep| 2000 1995 -5.0  -1.0 Acceptable! Crumb Rubber

d’?‘ 2 | 2000 2000 2000 4000 3995 -5.0  -1.0 Acceptable __Scale attached to plant

GrRCUANAR 3 2000 2000 4000 6000 6000 0.0 0.0 Acceptable| =

glze.-ﬁ-—--! 4 | 2000 2000 6000 8000 8000 0.0 | Acceptable -

e 5 2000 2000 8000 10000 10000 _ 0.0 0.0 Acceptable -
T - 2000 2000 10000 12000 12005 50 10Acceotab|e

scale acceptable to:rQTOOEJW

=)

i 7] useable scale capacity{égf‘l:d::,:

largest noted error, for this scalel{ 1

scale number

T 2‘ applied total | adjustment; adjusted )

IR step applied | build-up| applied from total| indicated | actual | errorin

‘material type number tf-)si'welght EE__EDII e QI:!I last step! _weioht weight| _error grads USEABILITY i remarks ——

[ arvrubbedf| 1 [ 1000 | too0 f3sss2| 1000 1000 OFF0 Acceptable| : HiNat

graduation ‘ 2 1000 1000* 1000 2000 2000 O O Acceptable Scale attached to plant

size -3} 100 | 2000 3000 3000 0 0 Acceptable

{ 8 14 b sood - | 3000 4000 4000 0O 0 Acceptable 2
| 5 | 1000 1 4000 5000 5000 O O Acceptable
B T I | _5000 6000 6005 5 1 Acceptable!

scale acceptableto 4000 | useable scale capacity/4000 | largest noted error, for this scale None e e

scale number applied total | adjustment; adjusted )
§ 3 step| __applied| puiiid- d-up from total[lndlcaled actual | error in
*'“i e rt“" ' 1_number | test weight ic ieigh igig ht! _weight| _error | grads| UseABILITY | remarks
material type = i Gy — ~ T ———— — —
{21, L ?ovﬁsfsztz?;  Acceptable irgin Oi =

1 aaphall 1000 %orts 0 0 Acceptabl Virgin Oil
,.r.;a.;atmn _ | 1 000 1 QQOE___ .0 0 Acceptable Platform Scale (National Blenqu)
gize 14.0,0.0,5, 2000 3000 3000 0 0 Acceptable Span (1) time
[ 1000 3000 _4000! 4000 0 0 Acceptable
e 2 I g T i
scaleacceptableto 300 | useable scale capacity 300 | largest noted error, for this scale None e
scale number -
A S applied total |adjustment) adjusted .
L .4 step| _applied| build- up applied from total | indicated| actual | error in
material type | .humber| test weight weight|__last ste eiaht WEig_ht error | _grads| useABILITY | remarks
| asphalf | 1 50 50 or 4t dep 50 50 0 0 Acceptable Extender Oil
graduation 2 50 50 50 100 100 0 0 Acceptable  Portable Scale (Bartolomi Scales)
size . | 3 50 50 100 150 150 0 0_Accentable Span (1) time
z 1l 4 50 50 150 200 200 0 0 Acceptable

5 50 50 200 250 250 0 ' 0_Acceptable

6 50 50 250 300 300 0 0 _Acceptable .

Test Notes

|Crumb and Hi Nat Scales Certified for use on State projects.

Bartolomi Scales (Paul)



