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Silty sand (SM)
loose, brown, moist, fine grained sand

Poorly graded sand (SP)
loose, light brown, moist, fine to medium grained sand
Sandy silt (ML)
loose, brown, moist, fine grained sand
Poorly graded sand (SP)
loose, mottled brown, moist, fine to medium grained sand,
with slight iron-oxide staining

Lean clay (CL)
firm, grayish-brown, moist

Bottom of boring at 2.1 meters
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Figure 5-10b-10

Project Location:   5 FWY, 605 FWY
Project:    INFILTRATION BASIN SITE SELECTION STUDY
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Log of Boring 5-10b-P2
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