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150mm mulch
Silty clay (CL-ML)
dark brown, moist, with organics, roots and trace sand

Lean clay (CL)
yellowish brown, moist, with mica

Lean clay (CL)
dark brown, moist, highly plastic, with roots and traces of mica

Clayey sand (SC)
reddish brown, moist, with traces of mica
Lean clay with sand (CL)
stiff, dark brown, moist, with traces of roots and mica

     Becomes brown

Clayey sand (SC)
medium dense, reddish brown, moist, with traces of mica

     Becomes light gray, medium grained sand, with trace gravel

Bottom of boring at 9.6 meters
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pH=7.9; O.M.=2.4%
CEC=0.12 me/g
HYD: 69%<#200

WA: 61%<#200

HYD: 94%<#200
LL=41; PI=23

SA: 45%<#200

Approximate
Surface Elevation

Groundwater
Level(s)

M. Smith

See Site Plan

Hammer
Data

A & R DrillingCME 75 Drilling
Contractor

Date(s)
Drilled
Drilling
Method

63.5 kg, 762mm drop, AutoNot encountered

Location

Checked By

Sampling
Method(s)

Drill Rig
Type

Drill Bit
Size/Type

Borehole
Backfill Soil Cuttings

Hollow-Stem Auger

J. Marin

ContinousCoring/Mod.Cal./SPT

3/11/02 Logged By

9.6 meters203mm auger bit

241.0 m MSL

Total Depth
of Borehole
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Project:    INFILTRATION BASIN SITE SELECTION STUDY
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Figure 71S-5-7

Project Location:   SR 71, Phillips Road

240

238

236

234

232

230

Log of Boring 71S-5-B-6
Sheet 1 of 1


