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REVIEW OF WELDER QUALIFICATIONS
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The following welder qualification test records submitted for use on this contract have been reviewed by this office based on governing AWS Code and contract specifications.
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Welders shall be individually qualified to base materials not listed as approved in the applicable code to which the welder is qualifying.

QUALIFICATION DATE: Special Provision Sec. 8-3,  “Welding Quality Control” limits period of effectiveness to 3 years. Otherwise, per AWS the welder's qualification shall be considered as remaining indefinitely unless: 1) the welder is not engaged in a given process for which the welder is qualified or a period exceeding 6 months or 2) there is some specific reason to question the welder's ability

WELDING PROCESSES:  SMAW (Shielded Metal Arc Welding), FCAW-S (Flux Cored Arc Welding, Self-Shielded), FCAW-G (Flux Cored Arc Welding Gas Shielded), SAW (Submerged Arc Welding), and GMAW (Gas Metal Arc Welding).

WELDING POSITIONS:  1G = Flat Groove, 2G = Horizontal Groove, 3G = Vertical Groove, 4G = Overhead Groove (2G qualifies for 1G, 3G qualifies for 1G & 2G, 4G qualifies for 1G & 2G only).  Groove weld qualification also qualifies welder for fillet welding in same position.  1F = Flat Fillet, 2F = Horizontal Fillet, 3F = Vertical Fillet, 4F = Overhead Fillet (2F qualifies for 1F, 3F qualifies for 1F & 2F, 4F qualifies for 1F & 2F only.

TEST PLATE THICKNESS: Standard welder qualification test plates are 3/8" and 1" in thickness. The 3/8" qualifies for 3/4' max. thickness and 1" qualifies for unlimited thickness.
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