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Replace the 4th paragraph of section 49-2.04B(2) with:
If piles to be placed in a corrosive environment are steam cured, comply with the specifications for steam curing in section 90-4.03. After steam curing, either:
1.	Keep the piles continuously wet for at least 3 days, including the holding and steam curing periods
2.	Apply curing compound under section 90-1.03B(3)
