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Replace 2nd paragraph in Section 42-3.01A with: (Grinding Summary)
1
You may replace concrete pavement instead of grinding.  Concrete pavement smoothness specifications in section 40-1.01D(9) apply to the replaced concrete pavement.


Replace “profilograph” in bullet 2 in Section 42-3.03C with: (Grinding)
2
inertial profiler


Replace “25” in bullet 2 in Section 42-3.03C with: (Grinding)
3
15


Replace “profile index” in bullet 4 in Section 42-3.03C with: (Grinding)
4
concrete pavement smoothness
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