
Supplier Location Source Sample Date Product Sample ID Sample Type Test ID Test Result 1 Test Result 2 Tester
Norfill Refining Co. Cordova, CA Tank 1 10/16/2007 PG64-10 COC-1448 SP 40608 185 Brown, Cindy
Norfill Refining Co. Cordova, CA Tank 1 10/16/2007 PG64-10 COC-1448 SP 40610 0.432 Brown, Cindy
Norfill Refining Co. Cordova, CA Tank 1 10/16/2007 PG64-10 COC-1448 SP 40616 2.781 Brown, Cindy
Norfill Refining Co. Cordova, CA Tank 1 10/16/2007 PG64-10 COC-1448 SP 40622 1.454 Brown, Cindy
Norfill Refining Co. Cordova, CA Tank 1 10/16/2007 PG64-10 COC-1448 SP 40624 5100.354 Brown, Cindy

Norfill Refining Co. Cordova, CA Tank 1 10/16/2007 PG64-10 COC-1448 SP 40625 3856.758
If test 40624
fails Brown, Cindy

Norfill Refining Co. Cordova, CA Truck 55 10/18/2007 PG70-10 COC-1453 SP 40608 124 Jones, John
Norfill Refining Co. Cordova, CA Truck 55 10/18/2007 PG70-10 COC-1453 SP 40610 0.392 Jones, John
Norfill Refining Co. Cordova, CA Truck 55 10/18/2007 PG70-10 COC-1453 SP 40616 2.915 Jones, John
Norfill Refining Co. Cordova, CA Tank 2 10/22/2007 PG64-28PM COC-1655 SP 40708 270 Jones, John
Norfill Refining Co. Cordova, CA Tank 2 10/22/2007 PG64-28PM COC-1655 SP 40710 99.5 Jones, John
Norfill Refining Co. Cordova, CA Tank 2 10/22/2007 PG64-28PM COC-1655 SP 40712 0.526 Smith, Dave
Norfill Refining Co. Cordova, CA Tank 2 10/22/2007 PG64-28PM COC-1655 SP 40714 1.789 Smith, Dave
Norfill Refining Co. Cordova, CA Tank 2 10/22/2007 PG64-28PM COC-1655 SP 40716 0.478 Smith, Dave
Norfill Refining Co. Cordova, CA Tank 2 10/22/2007 PG64-28PM COC-1655 SP 40718 80 Smith, Dave
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