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Resistance Welding 

Fabricator 

Rebar Type 

and Size 

Welding Machine 

Identification (S/N) 

Small Diameter Hoop 

Qualification  

(2.5 ft or Smaller) 

Large Diameter      

Hoop Qualification 

(Larger than 2.5 ft) 
     

CMC Rebar 

Etiwanda 

 

ASTM A 706  #4 

Welder #1 
Approved 

Expires December 7, 2013 

Approved 

Expires April 13, 2014 

Welder #2 
Not Approved 

Samples Not Submitted 
Approved 

Expires April 13, 2014 
    

ASTM A 706  #5 

Welder #1 
Approved 

Expires December 7, 2013 

Approved 

Expires April 13, 2014 

Welder #2 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 13, 2014 
    

ASTM A 706  #6 

Welder #1 
Approved 

Expires December 7, 2013 

Approved 

Expires April 13, 2014 

Welder #2 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 13, 2014 
    

ASTM A 706  #7 

Welder #1 
Approved 

Expires December 7, 2013 

Approved 

Expires April 13, 2014 

Welder #2 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 13, 2014 
    

ASTM A 706 #8 

Welder #1 
Approved 

Expires December 7, 2013 

Approved 

Expires April 13, 2014 

Welder #2 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 13, 2014 
    

ASTM A 706 #9 

Welder #1 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 13, 2014 

Welder #2 
Not Approved 

Samples Not Submitted 

Not Approved 

Samples Not Submitted 
    

ASTM A 706 #10 

Welder #1 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 13, 2012 

Welder #2 
Not Approved 

Samples Not Submitted 

Not Approved 

Samples Not Submitted 
     

CMC Rebar 

Bloomington 

ASTM A 706 #4 Welder #3 
Approved 

Expires July 8, 2012 
Approved 

Expires May 26, 2012 

ASTM A 706 #5 Welder #3 
Approved 

Expires July 8, 2012 
Approved 

Expires May 26, 2012 

ASTM A 706 #6 Welder #3 
Approved 

Expires July 8, 2012 
Approved 

Expires May 26, 2012 

ASTM A 706 #7 Welder #3 
Approved 

Expires July 8, 2012 
Approved 

Expires May 26, 2012 

ASTM A 706 #8 Welder #3 
Approved 

Expires July 8, 2012 

Approved 

Expires July 8, 2012 

ASTM A 706 #9 Welder #3 
Not Approved 

Samples Not Submitted 

Approved 

Expires May 26, 2012 

ASTM A 706 #10 Welder #3 
Not Approved 

Samples Not Submitted 
Approved 

Expires May 26, 2012 
     

CMC Rebar 

Tracy 

ASTM A 706 #4 48447 
Approved 

Expires May 19, 2012 

Not Approved 

Samples Not Submitted 

ASTM A 706 #5 48447 
Approved 

Expires May 19, 2012 
Approved 

Expires May 26, 2012 

ASTM A 706 #6 48447 
Approved 

Expires May 19, 2012 
Approved 

Expires May 26, 2012 

ASTM A 706 #7 48447 
Approved 

Expires May 19, 2012 
Approved 

Expires May 19, 2012 

ASTM A 706 #8 48447 
Not Approved 

Samples Not Submitted 
Approved 

Expires May 19, 2012 

ASTM A 706 #9 48447 
Not Approved 

Samples Not Submitted 
Not Approved 

Samples Not Submitted  
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Resistance Welding 

Fabricator 

Rebar Type 

and Size 

Welding Machine 

Identification (S/N) 

Small Diameter Hoop 

Qualification  

(2.5 ft or Smaller) 

Large Diameter      

Hoop Qualification 

(Larger than 2.5 ft) 
     

Harris 

Salinas Rebar 

ASTM A 706 #4 
10599 

Approved 

Expires July 1. 2012 

Not Approved 

Samples Not Submitted 

66630 
Approved 

Expires April 19, 2014 

Approved 

Expires May 19, 2012 
    

ASTM A 706 #5 
10599 

Approved 

Expires July 1, 2012 

Not Approved 

Samples Not Submitted 

66630 
Approved 

Expires April 19, 2014 

Approved 

Expires May 19, 2012 
    

ASTM A 706 #6 
10599 

Approved 

Expires July 1, 2012 

Approved 

Expires April 5, 2014 

66630 
Approved 

Expires April 19, 2014 

Approved 

Expires May 19, 2012 
    

ASTM A 706 #7 
10599 

Approved 

Expires July1, 2012 

Approved 

Expires April 5, 2014 

66630 
Approved 

Expires April 19, 2014 

Not Approved 

Samples Not Submitted 
    

ASTM A 706 #8 
10599 

Not Approved 

Samples Not Submitted 

Approved 

Expires April 5, 2014 

66630 
Not Approved 

Samples Not Submitted 

Not Approved 

Samples Not Submitted 
    

ASTM A 706 #9 
10599 

Not Approved 

Samples Not Submitted 

Approved 

Expires April 5, 2014 

66630 
Not Approved 

Samples Not Submitted 

Not Approved 

Samples Not Submitted 
    

ASTM A 706 #10 

10599 
Not Approved 

Samples Not Submitted 

Approved 

Expires April 5, 2014 

66630 
Not Approved 

Samples Not Submitted 

Not Approved 

Samples Not Submitted 
     

 

TNT 

Rebar 
 

ASTM A 706 #3 H5746R 
Approved 

Expires Aug. 18, 2013 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #4 H5746R 
Approved 

Expires Aug. 18, 2013 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #5 H5746R 
Approved 

Expires Aug. 18, 2013 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #6 H5746R 
Approved 

Expires Aug. 18, 2013 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #7 H5746R 
Approved 

Expires Aug. 18, 2013 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #8 H5746R 
Not Approved 

Samples Not Submitted 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #9 H5746R 
Not Approved 

Samples Not Submitted 

Approved 

Expires Aug. 18, 2013 

ASTM A 706 #10 H5746R 
Not Approved 

Samples Not Submitted 

Not Approved 

Samples Not Submitted 
     

 

 

 

 


