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Use in projects with engineering fabric.

8‑1.__  ENGINEERING FABRICS

Engineering fabrics shall conform to the provisions in Section 88, "Engineering Fabrics," of the Standard Specifications and these special provisions.

2.  Use when required by use of filter fabric on structure work or when staged construction may require filter fabric to be exposed for more than 72 hours.

Filter fabric for this project shall be ultraviolet (UV) ray protected.

3.  Use when filter fabric or rock slope protection fabric are required AND there are less than 60 working days for the project.

The requirement that ultraviolet (UV) treated fabrics be submitted to the Transportation Laboratory at least 45 days prior to use shall not apply.

