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Use when applicable.  Add to SSP 15-010.

Use for pavement repairs on surfacing projects when SSP 39-300 cannot be used.

REPAIR EXISTING ROADBED

Where shown on the plans or designated by the Engineer, broken, failed or other unsatisfactory portions of the existing roadbed shall be removed and disposed of and the resulting hole shall be backfilled as directed by the Engineer.
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Removing and replacing existing pavement will be paid for as extra work as provided in Section 4‑1.03D of the Standard Specifications.

