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 1*.  Edit to suit.

10‑1.__  PREPARING AND PAINTING CONCRETE

The concrete walls, ceilings, and other portions as shown on the plans of the ________________ shall be prepared and painted in conformance with the details shown on the plans, the provisions in Section 59, "Painting," and Section 91, "Paint," of the Standard Specifications, and these special provisions.

2.  Edit if another color is required.  Use color per Federal Standard No. 595B.

The paint to be applied to concrete surfaces shall conform to the provisions in Section 91‑4.05, "Paint; Acrylic Emulsion, Exterior White and Light and Medium Tints," of the Standard Specifications.  The color of the paint shall be white.

