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Use when applicable.

Corrosion test data is required to support the use of corrugated aluminum pipe (CAP) and aluminum-coated corrugated steel pipe (CSP).

Specify pipe joint classifications on Drainage Quantity plan sheets.

1*.  Edit for type of pipe, for example, metal pipe, steel pipe, aluminum pipe.

10‑1.__  CORRUGATED METAL PIPE

Corrugated ______ culverts shall conform to the provisions in Section 66, "Corrugated Metal Pipe," of the Standard Specifications and these special provisions.

2.  Use when bituminous coating is required and an asphaltic mastic or polymeric sheet coating placed as a substitution by the Contractor must be placed on both the inside and outside pipe surfaces.

Asphaltic mastic coating or polymeric sheet coating substituted for bituminous coating shall be placed on the outside and inside surfaces of the pipe.

3.  Delete when aluminum-coated corrugated steel pipe (CSP) is permitted or when only corrugated aluminum pipe (CAP) is required.

Corrugated steel pipe shall be fabricated from zinc-coated steel sheet.

