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USE WITH 2006 STANDARDS

10‑1.__  AGGREGATE SUBBASE

Aggregate subbase shall be Class 5 and shall conform to the provisions in Section 25, "Aggregate Subbases," of the Standard Specifications and these special provisions.

2*

Material for aggregate subbase shall be obtained from ______________________________.

3*

The aggregate subbase shall conform to the following grading requirements:

Grading Requirements

Sieve Sizes
Percentage Passing

__ "
100

__ "
____

No. 200
____


