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USE WITH 2006 STANDARDS.

Add to SSP 72-010 when a coloring agent is required.

1*

The concrete or shotcrete for ____________________ shall be colored by adding a coloring agent as provided for coloring shotcrete in Section 53‑1.02, "Materials," of the Standard Specifications.  The color of the concrete or shotcrete for ___________________ shall conform closely to Federal Standard No. 595B, Color No. __________.

2*

Full compensation for furnishing and applying a coloring agent to the concrete or shotcrete shall be considered as included in the contract price paid per cubic yard for concrete (_____) and no additional compensation will be allowed therefor.

