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Section 19-3.03A. Use for bridge and retaining wall earthwork where removal of unstable material below the bottom of the footing is required.

Replace "Reserved" in section 19-3.03A with:
1. If Class 2 aggregate base is not used in the roadwork, edit to specify a stable, cohesive material similar to aggregate base. If possible, specify a material already on the Bid Item List.
Where shown, remove material below the bottom of bridge footings. Replace with Class 2 aggregate base and place and compact as specified for structure backfill in section 19-3.03E.
2. Edit to be consistent with District plans. If Class 2 aggregate base is not used in the roadwork, edit to specify a stable, cohesive material similar to aggregate base. If possible, specify a material already on the Bid Item List.
Where shown, remove material below the bottom of retaining wall footings. Replace with Class 2 aggregate base and place and compact as specified for structure backfill in section 19-3.03E. Relative compaction must be at least 95 percent.
3. Use if the remaining base material must be compacted. Use with applicable pars. 1 and 2. Complete the table.
A relative compaction of at least 95 percent must be attained to at least 0.5 feet below the bottom of excavated unstable material at the following locations:
	Bridge name and number
	Abutment number
	Bent number

	
	
	

	
	
	

	
	
	



