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Section 19-9. Use for shoulder backing.

1
Add to the 7th paragraph of section 19-9.02:
If 100 percent RAP is used, the requirement for minimum unit weight of shoulder backing under California Test 212 does not apply.

2. Use if a safety edge as specified in section 39-1.03E is required.
Replace the 6th paragraph of section 19-9.03 with:
Complete shoulder backing within 5 days after placement of adjacent new surfacing except complete shoulder backing within 15 days wherever edge treatment under section 39-1.03E is placed.
