

Page 1 of 1


Section 46-3.02A. Use for soil nails in a corrosive site. A site is considered corrosive if (1) chloride concentration is 500 ppm or greater or (2) sulfate concentration is 2,000 ppm or greater or (3) pH is 5.5 or less. Check that appropriate details are shown.

Replace the 1st paragraph of section 46-3.02A with:
Each production soil nail must be a reinforcing bar encapsulated full length in a grouted corrugated plastic sheathing.
