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Section 50-1.01B. Use if the prestressing design is not LRFD based. Refer to the General Notes on the plans.

Add to section 50-1.01B:
working force and working stress: Force and stress remaining in the prestressing steel after all losses, including:
1.	Creep and shrinkage of concrete
2.	Elastic compression of concrete
3.	Creep of steel
4.	Losses in post-tensioned prestressing steel due to sequence of stressing
5.	Friction and take up of anchorages
6.	All other losses peculiar to the method or system of prestressing

