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Section 52-4. Use when stainless steel reinforcement is shown or required. Need to specify chemical composition (stainless steel alloy), heat treatment condition, deformed or plain, grade, and descaling method and finish.
Replace "Reserved" in section 52-4 with:
52-4.01  GENERAL
1.
Section 52-4 includes specifications for fabricating stainless steel bar reinforcement.
52-4.02  MATERIALS
2.
Stainless steel bar reinforcement must comply with ASTM A 955/A 955M, Grade __.
52-4.03  CONSTRUCTION
3.
Not Used
52-4.04  PAYMENT
4.
Not Used
