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Section 59-1.03B. Use for moisture-cured polyurethane coating.

Add to section 59-1.03B:
Do not apply moisture-cured polyurethane coating when the atmospheric or surface temperature is less than 5 degrees F above the dew point or when the relative humidity is less than 35 percent or more than 85 percent. The atmospheric and surface temperatures must remain from 36 to 100 degrees F during application and curing time until the film is considered dry-hard under ASTM D 1640.
