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Section 59-2.01A. Use to describe bridge painting requirements.
Use appropriate table for work description; edit if necessary.
Insert "zinc" or "moisture-cured polyurethane" for the coating system. Consult with the OSM&I Bridge Paint Program Advisor.

Add to section 59-2.01A:
Clean and paint the structure with the coating system shown in the following table:
	Bridge name and number
	Work description
	Coating system

	--
	Paint new steel girder bridge
	



	Bridge name and number
	Work description
	Coating system

	--
	Paint bridge widening including painting new steel members and blast cleaning and painting locations for attaching to existing bridge
	



	Bridge name and number
	Work description
	Coating system

	--
	Paint bridge widening including painting new steel members, blast cleaning locations for attaching new steel to existing members, and undercoating and finish coating all surfaces
	



	Bridge name and number
	Work description
	Coating system

	--
	Repaint existing bridge including removing all existing paint and repainting all surfaces
	



	Bridge name and number
	Work description
	Coating system

	--
	Repaint existing bridge including blast cleaning portions of the structure and undercoating and finish coating all surfaces
	



	Bridge name and number
	Work description
	Coating system

	--
	Repaint existing bridge including blast cleaning and painting portions of existing structure
	



