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Section 59-2.03A. Use when paint removal is not required at connections of new structural steel to existing structural steel.
Use SSP 55-1.02D(6)(a) when this SSP is used to ensure galvanized fasteners are required for connections at these locations.
Use SSP 59-2.03B(2)(a) when this SSP is used.

Add to section 59-2.03A:
For existing structural steel at bridge no. ____________, paint removal is not required at contact surfaces for connections to new structural steel. Clean these contact surfaces under SSPC-SP 1.
