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Section 90-1.02K. Use for projects with new bridge decks and PCC overlays.

Add to section 90-1.02:
90-1.02K  Polymer Fibers
Fibers must comply with ASTM D 7508. Microfibers must be from 1/2 to 2 inches long. Macrofibers must be from 1 to 2-1/2 inches long.
