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Section 19-3.03K. Use to require a minimum compressive strength of the grout and the shotcrete for soil nail or ground anchor walls. The designer may request this for wall stability during construction. Insert the minimum compressive strength.

Add to the end of item 3 in the list in the 9th paragraph of section 19-3.03K:
3.	or have attained a compressive strength of at least ______ psi
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