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Section 24-3. Use to stabilize the basement material with cement.

Replace section 24-3 with:
24-3  CEMENT STABILIZED SOIL
[bookmark: _Toc382403775]24-3.01  GENERAL
[bookmark: _Toc382403776]24-3.01A  Summary
1
Section 24-3 includes specifications for constructing cement-stabilized soil (CSS) by mixing basement material with cement and water.
[bookmark: _Toc382403777]24-3.01B  Definitions
2
Not Used
[bookmark: _Toc382403778]24-3.01C  Submittals
3
Submit cement samples under California Test 125. Include the mill analysis.
4
Submit a certificate of compliance under section 90-1.01C(3).
[bookmark: _Toc382403779]24-3.01D  Quality Assurance
[bookmark: _Toc382403780]24-3.01D(1)(a)  General
5
[bookmark: _Toc382403781]Stop CSS activities and immediately notify the Engineer if either of the following occurs:
1.	Any quality control test result does not comply with the specifications
2.	Visual inspection shows noncompliant CSS

10
If CSS activities are stopped, before resuming activities:
1.	Notify the Engineer of the adjustments you will make
2.	Reprocess, remedy, or replace the noncompliant CSS until it complies with specifications
3.	Construct a 1,000 square yard test strip of CSS demonstrating ability to comply with the specifications
4.	Obtain the Engineer's authorization

24-3.01D(1)(b)  Preparing Basement Material
6
For every 1,000 sq yd of basement material to be cement stabilized:
1.	Test the relative compaction under California Test 231
2.	Test the moisture content under California Test 226

[bookmark: _Toc382403782]24-3.01D(1)(c)  Applying Cement
7
The Engineer determines the final application rate based on ASTM D1633, Method A, except:
1.	Test specimens must be compacted under ASTM D1557, Method A or B.
2.	Test specimens must be cured by sealing each specimen with 2 layers of plastic at least 4 mil thick. The plastic must be tight around the specimen. Seal all seams with duct tape to prevent moisture loss. Sealed specimens must be placed in an oven for 7 days at 100 ± 5 degree F. At the end of the curing period, specimens must be removed from the oven and air-cooled. Duct tape and plastic wrap must be removed before capping. Specimens must not be soaked before testing.

8
The application rate is ordered as pounds of cement per square yard of basement material to be stabilized.
8
Before applying cement, measure and record the air temperature and in situ moisture content of the basement material to be stabilized.
9
The Engineer verifies the application rate using a calibrated tray or equal once per 40,000 sq ft of stabilized basement material, or twice per day, whichever is greater.

[bookmark: _Toc382403783]24-3.01D(2)  Quality Control
[bookmark: _Toc382403784]24-3.01D(2)(a)  General
9
Not Used
[bookmark: _Toc382403785]24-3.01D(2)(b)  Mixing
10
During mixing operations, measure and record the air temperature for the basement material to be stabilized.
11
For each day of mixing, test the in-place moisture content under California Test 231, Part 1, Section E and verify moisture content under California Test 226. Sample immediately after mixing.
12
After mixing, maintain the in-place moisture of the basement material to be stabilized within a range of 1 percent below to 2 percent above the optimum moisture determined under California Test 216. Determine in-place moisture content under California Test 231. During compaction and finish grading, add water to the surface to prevent drying until the next layer of mixed material is placed, or until you apply curing treatment.

[bookmark: _Toc382403786]24-3.01D(2)(c)  Compaction
13
After compaction, determine in-place wet density under California Test 231 and moisture content under California Test 226, at the same locations. Perform one test per 1,000 sq yd of CSS. Test in 0.50-foot depth intervals from the bottom of the CSS layer regardless of the layer thickness. Convert wet density to dry density and calculate relative compaction under California Test 216 on a dry density basis.
[bookmark: _Toc382403787]24-3.02  MATERIALS
14
Cement must comply with section 90-2.01A, Type II or Type V portland cement.
[bookmark: _Toc382403788]24-3.03  CONSTRUCTION
[bookmark: _Toc382403789]24-3.03A  General
15
Remove standing water from the basement material.
Apply cement at air temperatures above 40 degrees F and rising. Do not apply cement to frozen basement material.
16
During compaction and finish grading, add water to the surface to prevent drying until the next layer of mixed material is placed, or until you apply curing treatment.
17
Do not scarify surfaces of intermediate or final layers of CSS.
[bookmark: _Toc382403790]24-3.03B  Applying Cement
18. Edit to include the amount of cement to be added and the 7-day compressive strength, from 300 to 650 psi.
Apply cement to the material to be stabilized at a rate of __ lb/sq yd. The Engineer may adjust the rate to achieve a minimum unconfined compressive strength in the CSS of __ psi determined under ASTM D1633, Method A, except:
1.	Test specimens must be compacted under ASTM D1557, Method A or B.
2.	Test specimens must be cured by sealing each specimen with 2 layers of plastic at least 4-mil thick. The plastic must be tight around the specimen. Seal all seams with duct tape to prevent moisture loss. Sealed specimens must be placed in an oven for 7 days at 100 ± 5 degrees F. At the end of the curing period, specimens must be removed from the oven and air-cooled. Duct tape and plastic wrap must be removed before capping. Specimens must not be soaked before testing.

19
Apply cement uniformly over the area to be stabilized using a vane spreader.
20
Do not apply dry cement in windy conditions that will result in dust outside the treatment area.
[bookmark: _Toc382403791]24-3.03C  Mixing
21
You may mix cement and the basement material off the job site.
22
Complete initial mixing work within 30 minutes of the application of cement.
23
After mixing, maintain the in-place moisture of the basement material to be stabilized within a range of 1 percent below to 2 percent above the optimum moisture.
24
Before compaction, the CSS, except rock, must within the percentage passing limits for the sieve sizes shown in the following table:
	Cement-Stabilized Soil Gradation

	Sieve sizes
	Percentage passing

	2"
	100

	3/4"
	98‑100

	No. 4
	55‑100



[bookmark: _Toc382403792]24-3.03D  Compaction
25
Complete initial compaction of a layer within 2 hours of initial mixing of cement.
26
Complete all compaction of a layer within 4 hours of mixing of cement.
27
Compact the CSS to at least 97 percent relative compaction.
[bookmark: _Toc382403793]24-3.03E  Finish Grading
28
Maintain the moisture content of the CSS to within a range of 1 percent below and 2 percent above the optimum moisture content through the entire finish grading operation.
29
Finish rolling of trimmed surfaces must be performed within 2 hours of completion of compacting.
30
The finished surface of the CSS must not vary more than 0.05 foot above or below the grade established by the Engineer unless the CSS is to be covered by material paid for by the cubic yard, in which case the finished surface may not vary above the grade established by the Engineer.
31
Fill areas of finished CSS that are lower than the grade established by the Engineer with material specified for the subsequent layer.
[bookmark: _Toc382403794]24-3.03F  Curing
[bookmark: _Toc382403795]24-3.03F(1)  General
32
Choose the method of curing and apply the chosen cure method on the same day as completing compaction and any trimming and finish grading.
33
Do not trim CSS after curing.
[bookmark: _Toc382403796]24-3.03F(2)  Subsequent Pavement Layer
34
For CSS you may cure by placing a subsequent pavement layer over the finished CSS.
35
You may place subsequent pavement layers any time after finish grading if the CSS is sufficiently stable to support the required construction equipment without marring or permanently distorting the surface.
[bookmark: _Toc382403797]24-3.04  PAYMENT
36
The Department does not adjust the unit price for an increase or decrease in cement quantity.
The Department does not pay for subsequent layer material used to fill low areas of cement stablized soil.
