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Section 59-2.01C(3)(b)(ii). Use for 100 percent paint removal from existing bridges. Insert bridge number.

Add to section 59-2.01C(3)(b)(ii):
Blast clean all steel surfaces of bridge no. ______ to bare metal under SSPC-SP 6/NACE no. 3. After blast cleaning, surfaces must have a dense, uniform, angular anchor pattern of at least 1.5 mils when measured under ASTM D4417.
