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Section 83-3.02C. Use for concrete barriers located within 1,000 feet of ocean or tidal water. If not all concrete barriers are in a marine environment, edit to specify the location.

Add to section 83-3.02C:
Bar reinforcing steel for concrete barriers must be epoxy coated under section 52-2.03.
