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Use when concrete is used for exit ramp termini.

10‑1.__  EXIT RAMP TERMINI

Portland cement concrete pavement at exit ramp termini shall be constructed as shown on the plans and as provided in Section 40, "Portland Cement Concrete Pavement," of the Standard Specifications and these special provisions.

2.  Use in freeze-thaw areas (Climate Areas).  Refer to Section 6-17 in the RTL Guide for area limits.

The concrete for portland cement concrete pavement at exit ramp termini shall contain a minimum of 375 kg of cementitious material per cubic meter.

3.  Use in freeze-thaw areas (Climate Areas).

An air-entraining admixture conforming to the provisions in Section 90‑4, "Admixtures," of the Standard Specifications shall be added to the concrete for exit ramp termini at the rate required to result in an air content of 6 percent ± 1.5 percent in the freshly mixed concrete.

4.  Use when ramp termini are only concrete paving on job.

The concrete for portland cement concrete pavement at exit ramp termini shall be minor concrete.

