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Use for greased neoprene-metal sliding joints.

SLIDING JOINTS

Sliding joints consisting of a neoprene strip lubricated with grease and covered with sheet metal shall conform to the following requirements:

A.
Neoprene strip shall conform to the requirements for neoprene in Section 51‑1.14, "Waterstops," of the Standard Specifications.

B.
Grease shall conform to the requirements of Society of Automotive Engineers AS 8660.  A uniform film of grease shall be applied to the upper surface of the neoprene strip prior to placing the sheet metal.

C.
Sheet metal shall be commercial quality galvanized sheet steel.  The sheet metal shall be smooth and free of kinks, bends, or burrs.  Joints in the sheet metal shall be butt joints sealed with plastic duct sealing tape.

D.
Construction methods and procedures shall prevent grout or concrete seepage into the sliding joint assembly.

E.
The concrete surfaces on which the neoprene strips will be placed shall be floated to a level plane and finished with a steel trowel.

