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USE WITH 2004 STANDARD PLANS ONLY.

Use Para 1 when lean concrete base is not used with PCC Pavement (SSP 40‑010 or 40-011) and delete Paras 2 and 3.

10‑1.__  LEAN CONCRETE BASE

Lean concrete base shall conform to the provisions in Section 28, "Lean Concrete Base," of the Standard Specifications.

2.  Use Paras 2 and 3 when lean concrete base is used with PCC Pavement (SSP 40-010 or 40-011) and delete Para 1.

10‑1.__  LEAN CONCRETE BASE

Lean concrete base shall conform to the provisions in Section 28, "Lean Concrete Base," of the Standard Specifications and these special provisions.
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The finished surface of lean concrete base shall not be above the grade established by the Engineer, or more than 15 mm below the grade established by the Engineer.

