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Introduction 

A Geotechnical Design Report (GDR) is provided for the Linden Casitas project. The project is 

located on State Route 101 in the City of Carpinteria in southern Santa Barbara County.  

Improvements are proposed to increase the highway level of service and accessibility, and 

include replacement of existing bridges and construction of new bridges, retaining walls, sound 

walls, ramps and frontage roads. Review of published geologic data and previous geotechnical 

reports, field reconnaissance, and geotechnical analysis were performed as part of the 

geotechnical investigation. 

The purpose of this report is to document geotechnical conditions and recommend design and 

construction criteria. It is intended for use by the project design engineer, construction personnel, 

bidders, and contractors. This report supercedes the Preliminary Geotechnical Report (July, 

2010). 

 

Existing Facilities and Proposed Improvements 

Route 101 within the project limits is a four-lane divided urban freeway with (2) 12-foot portland 

cement concrete (PCC) lanes in each direction and asphalt concrete (AC) 5-foot inside shoulders 

and 8-foot outside shoulders. A landscaped median approximately 40 feet wide with thrie beam 

barriers facing each direction of travel provides separation between the northbound and 

southbound lanes. 

The purpose of the Linden Casitas project is to improve access and operations on Route 101, 

reduce local trips, and provide pedestrian and bicycle connectivity. The project includes 

construction of (3) mainline bridges on Route 101 to replace existing structures at Linden 

Avenue, Casitas Pass Road, and Carpinteria Creek. Highway access will be modified and added 

at Linden Avenue and Casitas Pass Road. Extension of Via Real, a frontage road, will also 

require construction of a new bridge over Carpinteria Creek. Retaining walls and sound walls are 

also proposed as part of the project.  
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Pertinent Reports and Investigations 

The following publications were used to assist in the assessment of site conditions: 

1. Preliminary Geotechnical Report. Finegan, Michael. EA 05-448200. December 21, 2000. 

2. District Preliminary Geotechnical Report. De Llamas, Zeke. EA 05-448200, July 30, 

2008. 

 

Physical Setting 

Topography and Climate 

The project is located in the Carpinteria Valley, a sunken area north of the elevated coastal fault 

block southeast of the City of Carpinteria. Carpinteria Valley is a low-lying, flat plain comprised 

of alluvial deposits. Some low-lying areas in the valley are partly submerged under brackish 

water of the Carpinteria Slough. The plain meets the Pacific Ocean to the southwest, gradually 

gains elevation to the east as it approaches the Rincon and La Granada Mountains, and abuts 

sharply against the foothills of the Santa Ynez Mountains at its the northern boundary. 

A mild coastal climate prevails throughout the year, with marine fog often present in spring and 

summer months. Nearly all precipitation falls from Pacific storms between October and May, 

with the majority accumulating in the winter months. Average yearly rainfall is 17.5 inches. The 

average temperature is 72 degrees Fahrenheit with more than 275 days of sunny weather per 

year. 

Regional Geology 

The project area is located in the Transverse Ranges Geomorphic Province. State Route 101 is 

bordered to the north by the Santa Ynez Mountains and to the south by the Pacific Ocean as it 

traverses the Carpinteria Valley. Geologic maps and field observations indicate that soils in the 

valley were deposited in an alluvial environment and consist of deposits of clay, silt, sand, and 

gravel. 

 

Exploration 

 

Drilling and Sampling 

Preliminary subsurface investigations for the project began in 2000 and consisted of mud rotary 

power borings and cone penetrometer test (CPT) soundings along the highway corridor and near 

existing bridge structures. Information from the preliminary investigations was used to develop 

viable foundation alternatives for the proposed bridge and wall structures. After choosing a 

preferred project alternative and identifying the proposed design features, a targeted subsurface 

investigation was initiated in October of 2010 and was completed in January of 2013. Seventeen 

mud rotary borings (RC-10-001 through RC-13-017) and nine CPT soundings (CPT-11-001 

through CPT-11-009) were performed at proposed structure locations. Bulk and undisturbed 

samples were obtained and sent to materials laboratories for testing. Rotary drilling was 
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performed using self-casing wireline equipment with continuous sampling and penetration 

testing at five-foot intervals using the Standard Penetration Test (SPT). Relatively undisturbed 

samples of fine-grained soils were also collected using a thin-walled sampler and sealed brass 

tubes to preserve the condition of soil samples. Log of Test Borings (LOTB) are included in the 

project plans for each structure.  

Table 1. Subsurface Exploration Summary 

Boring 

Completion 

Date Equipment Hammer Type 

Hammer 

Efficiency (%) 

Approximate 

Ground 

Elevation (ft) Depth (ft) 

HA-12-001 4-12-2012 Hand N/A N/A 35.7 16.0 

RC-10-001 11-3-2010 CS2000 Auto 93 23.8 151.5 

RC-10-002 11-16-2010 CS2000 Auto 93 42.5 82.0 

RC-10-003 11-17-2010 CS2000 Auto 93 42.3 72.0 

RC-10-004 12-1-2010 CS2000 Auto 93 24.5 171.5 

RC-10-005 12-8-2010 CS2000 Auto 93 26.4 152.0 

RC-10-006 12-15-2010 Acker Auto 74 44.5 121.0 

RC-11-007 1-12-2011 Acker Auto 74 42.5 122.0 

RC-11-008 1-26-2011 CS2000 Auto 93 45.0 152.0 

RC-11-009 1-28-2011 CS2000 Auto 93 51.0 170.5 

RC-11-010 1-30-2011 CS2000 Auto 93 52.4 172.0 

RC-11-011 2-1-2011 CS2000 Auto 93 50.1 171.5 

RC-11-012 2-2-2011 CS2000 Auto 93 25.8 91.5 

RC-11-013 3-2-2011 CS2000 Auto 93 31.7 135.5 

RC-11-014 3-1-2011 Acker Auto 68 20.8 152.5 

RC-11-015 10-26-2011 CS2000 Auto 84 42.7 106.5 

RC-13-016 1-30-2013 CME 85 Auto 68 19.2 153.5 

RC-13-017 12-18-2013 CS2000 Auto 85 25.2 152.0 

CPT-11-001 6-22-2011 CPT N/A N/A 25.2 100.0 

CPT-11-002 6-22-2011 CPT N/A N/A 26.6 100.0 

CPT-11-003 6-22-2011 CPT N/A N/A 27.5 20.0 

CPT-11-004 6-22-2011 CPT N/A N/A 27.3 100.0 

CPT-11-005 6-22-2011 CPT N/A N/A 45.3 69.1 

CPT-11-006 6-22-2011 CPT N/A N/A 45.7 85.0 

CPT-11-007 6-22-2011 CPT N/A N/A 52.6 86.0 

CPT-11-008 6-22-2011 CPT N/A N/A 50.8 87.0 

CPT-11-009 6-22-2011 CPT N/A N/A 51.1 100.0 
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Geotechnical Testing 

 

In Situ Testing 

 

Standard penetration tests (SPT) were performed at 5-foot intervals in all of the mud-rotary 

borings drilled for the project. Results of the SPT were correlated to relative density and soil 

strength parameters for cohesionless soils encountered in the borings. Data from the CPT 

soundings was also used to correlate to relative density and undrained shear strength of 

encountered soils.  

 

Laboratory Testing 

 

Consolidated undrained (CU) triaxial shear with pore pressure measurement testing was 

performed on relatively undisturbed clay samples obtained at depth in the borings. Results of the 

triaxial shear testing were used to estimate undrained and drained shear strengths of clay soils 

encountered in the borings. 

 

Soil gradation, Atterberg Limits, moisture content, and corrosion testing were also performed to 

classify the encountered soils and identify potential material issues. Results of the laboratory 

testing are referenced in the project LOTB’s.  

 

Geotechnical Conditions 

Groundwater 

Open observation wells were installed to observe fluctuations in groundwater levels and 

determine if groundwater will influence construction and foundation design. Results of the 

groundwater monitoring program are summarized in Table 2. 
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Table 2. Groundwater Elevations 

Boring Date Depth to Groundwater (ft) Groundwater Elevation(ft) 

B-2-00 2-9-2011 5.1 19.6 

B-2-00 2-24-2012 5.3 19.4 

B-2-00 3-22-2012 5.7 19.0 

B-2-00 4-19-2012 4.9 19.8 

B-2-00 2-5-2013 5.9 18.8 

B-2-00 4-5-2013 5.7 19.0 

B-2-00 5-23-2013 6.3 18.4 

HA-12-001 4-19-2012 12.5 23.2 

RC-10-002 4-12-2012 16.6 25.9 

RC-10-003 4-12-2012 16.0 26.3 

RC-10-004 2-9-2011 3.9 20.6 

RC-10-004 12-14-2011 5.0 19.5 

RC-10-004 2-24-2012 4.8 19.3 

RC-10-004 3-22-2012 5.0 19.5 

RC-10-004 4-19-2012 4.3 20.2 

RC-10-004 7-26-2012 5.4 19.1 

RC-10-004 2-5-2013 5.3 19.2 

RC-10-004 4-5-2013 5.7 18.8 

RC-10-004 5-23-2013 6.0 18.4 

RC-10-005 2-24-2012 7.3 19.1 

RC-10-005 4-19-2012 6.7 19.7 

RC-10-006 2-9-2011 15.4 29.1 

RC-10-006 12-14-2011 14.3 30.2 

RC-10-006 2-24-2012 14.6 29.9 

RC-10-006 3-22-2012 14.9 29.6 

RC-10-006 4-19-2012 14.2 30.3 

RC-10-006 2-5-2013 16.0 28.5 

RC-10-006 4-5-2013 13.4 31.1 

RC-10-006 5-23-2013 17.5 27.0 

RC-11-008 2-9-2011 15.3 29.7 

RC-11-008 12-14-2011 14.0 31.0 

RC-11-008 2-24-2012 14.5 30.5 

RC-11-008 3-22-2012 15.0 30.0 

RC-11-008 4-19-2012 14.2 30.8 

RC-11-008 2-5-2013 16.5 28.5 

RC-11-008 4-5-2013 16.9 28.1 

RC-11-008 5-23-2013 14.4 30.6 

RC-11-009 2-9-2011 25.6 25.4 

RC-11-009 12-14-2011 25.6 25.4 

RC-11-009 2-24-2012 25.4 25.6 

RC-11-009 3-22-2012 25.0 26.0 
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RC-11-009 4-19-2012 24.9 26.1 

RC-11-009 7-26-2012 25.1 25.9 

RC-11-009 2-5-2013 25.6 25.4 

RC-11-009 4-5-2013 26.4 24.6 

RC-11-009 5-23-2013 26.7 24.3 

RC-11-010 2-9-2011 27.9 24.5 

RC-11-010 2-5-2013 29.9 22.5 

RC-11-010 4-5-2013 35.8 16.6 

RC-11-015 12-14-2011 14.0 28.7 

RC-11-015 2-24-2012 12.3 30.4 

RC-11-015 3-22-2012 12.4 30.3 

RC-11-015 4-19-2012 12.0 30.7 

RC-11-015 4-19-2012 12.0 30.7 

RC-11-015 2-5-2013 12.1 30.7 

RC-11-015 4-5-2013 12.5 30.2 

RC-11-015 5-23-2013 12.7 30.1 

RC-13-016 2-5-2013 7.7 11.5 

RC-13-016 4-5-2013 7.5 11.7 

Corrosion Evaluation  

The department considers a site to be potentially corrosive to the foundation elements if the 

following conditions exist for the representative soil and/or water samples taken at the site: 

minimum resistivity of 1000 ohm-cm or less and/or PH of 5.5 or less. Samples found to be 

potentially corrosive based on this criteria are sent to the Headquarters Material Laboratory for 

additional corrosion testing based on chloride and sulphate content. 

Soil and water samples were obtained during the subsurface investigation and tested for 

corrosion potential at the District Materials Laboratory. The results of the corrosion testing are 

presented in Table 3. Based upon the results of the testing, the site is not considered corrosive to 

foundation elements. 
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Table 3. Corrosion Testing Summary 

Boring Depth (ft) pH Resistivity ohm-cm Chloride ppm Sulphate ppm Corrosive 

RC-10-001 6.5-10.0 8.1 1940 - - NO 

RC-10-001 22.0-25.0 8.2 5600 - - NO 

RC-10-001 48.0-50.0 8.0 2450 - - NO 

RC-10-001 67.0-70.0 7.8 2150 - - NO 

RC-10-002 1.0-3.0 8.2 3150 - - NO 

RC-10-002 23.0-25.0 8.2 5620 - - NO 

RC-10-003 1.0-4.0 8.0 4410 - - NO 

RC-10-004 0.0-3.0 8.1 660 140 870 NO 

RC-10-004 25.0-26.5 8.0 2650 - - NO 

RC-10-004 57.0-59.0 8.2 6330 - - NO 

RC-10-005 2.0-4.0 8.4 1260 - - NO 

RC-10-005 47.0-49.0 8.4 2350 - - NO 

RC-10-005 87-0-89.0 8.6 3560 - - NO 

RC-10-006 8.0-10.0 7.9 1260 - - NO 

RC-10-006 87.0-89.0 8.4 2100 - - NO 

RC-11-008 10.0-11.5 8.25 2826 - - NO 

RC-11-008 160.0-161.5 7.76 2070 - - NO 

RC-11-011 10.0-11.5 7.55 3297 - - NO 

RC-11-011 55.0-56.5 7.56 2596 - - NO 

RC-11-011 70.0-71.5 7.42 1763 - - NO 

RC-11-014 6.0-7.5 8.04 3658 - - NO 

RC-11-014 16.0-17.5 7.54 2499 - - NO 

RC-11-014 60.0-61.5 7.79 2602 - - NO 

RC-11-014 86.0-87.5 7.80 2591 - - NO 

 

 

Embankments and Fills 

From south of Carpinteria Creek Bridge to near the Casitas Pass Road OC, from approximately 

101 Station 116+00 to 140+00, Design proposes elevating the highway profile approximately 10 

feet to accommodate the 100-year flood. Raising the profile by addition of fill material will 

increase the vertical stress on the in-situ soils and cause settlement of the existing soils beneath 

of the fill. Consolidation settlement is expected due to the presence of fine-grained soils. 

Estimated total settlements of 3-8 inches were calculated using Hough’s method for cohesionless 

soils, and correlations to index properties for cohesive soils. Similar settlement magnitudes are 

anticipated at the Carpinteria Creek Bridge approach embankments. Due to the traffic staging at 

Carpinteria Creek Bridge, the embankment fills will be placed in stages. Placement of a 5-foot 

high surcharge above the embankment finished grade for stage 2 is recommended to pre-

consolidate soils in the vicinity of the bridge abutment foundations. Refer to the stage 

construction plans for details. Surcharge soils should extend for the width of the stage 

embankment, and 150 feet along the Highway 101 alignment from the face of the bridge 

abutments at Carpinteria Creek. Where required, support of vertical side slopes of the 

embankment surcharges should be designed and proposed by the contractor. The surcharge load 

will reduce consolidation time and reduce pile down-drag forces following placement of the 
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embankment fills next to the installed pile foundations from previous stage. A 30-day fill delay 

period for the surcharges is recommended to allow for settlement and consolidation to occur 

prior to construction of the bridge structure during the first stage. A 30-day fill delay is also 

recommended for the embankments placed in later stages within 150 feet of the bridge. It is 

recommended to monitor the magnitude and rate of settlement of the embankments by 

periodically reading the elevation of surface monuments during the fill delay periods. 

The proposed Via Real Bridge will require construction of approach embankments 

approximately 11 feet above existing grade to match the raised highway profile. Estimated 

settlements of approximately 4 inches were calculated using Hough’s method for cohesionless 

soils, and correlations to index properties for cohesive soils. Placement of a 5-foot high 

surcharge above the embankment finished grade for stage 2 is recommended to pre-consolidate 

soils in the vicinity of the bridge abutment foundation at Abutment 1. The surcharge will include 

the area of surcharge for Carpinteria Creek Bridge in stage 2 and extend to the hinge point of the 

finished grade slope at the Via Real Bridge. Refer to the stage construction plans for details. A 

30-day fill delay period for the surcharge is recommended to allow for consolidation of fine-

grained soils to occur and to prevent differential settlement of the embankment during 

construction of the bridge structure. A 30-day fill delay period of is also recommended at the 

Abutment 2 embankment. The fill delay periods will minimize down-drag on the pile 

foundations due to continuing consolidation of the foundation soils after installation of the piles. 

It is recommended to monitor the magnitude and rate of settlement of the fill during the 

surcharge by periodically reading the elevation of surface monuments during the fill delay 

period. 

The new Casitas Pass Road overcrossing will approximately follow the same alignment as the 

existing structure. The embankment will be widened to accommodate the proposed wider 

structure, and the proposed bridge deck will be approximately 5 feet higher than the existing 

bridge deck. Addition of relatively low height of fill, approximately 7 feet at the highest, over the 

existing approach embankment will have relatively low influence on the vertical stresses in the 

in-situ soils beneath of the existing embankment. Predicted settlements of 2” are anticipated, 

with most of the settlement occurring in the existing embankment soils. A 30-day fill delay 

period for each stage of embankment construction is recommended to allow for differential 

settlement of the embankment under different vertical stress increases to occur prior to 

construction of the bridge abutments. It is recommended to monitor the magnitude and rate of 

settlement of the fills by periodically reading the elevation of surface monuments during the fill 

delay period. 

The new Linden Avenue Overcrossing is proposed on a new alignment to the east of the existing 

structure, and will require increasing the height and footprint of the existing approach 

embankments at each end of the structure. The western portions of the new embankments will be 

constructed over the existing embankment fills, while the eastern portions will be constructed 

over native soils to the east of the existing embankment fills. The maximum height of the new 

embankment is proposed to be approximately 21 feet. Estimated settlements ranging from 7 to 

13 inches were calculated using Hough’s method for cohesionless soils, and correlations to index 

properties for cohesive soils. Evidence of embankment settlement was observed on both sides of 

the existing bridge. A 30-day fill delay period for each stage of embankment construction is 
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recommended to allow for consolidation to occur and to minimize differential settlement of the 

embankment during construction of the bridge abutments. The fill delay period will also 

minimize down-drag on the pile foundations due to consolidation of the foundation soils after 

installation of the piles. It is recommended to monitor the magnitude and rate of settlement of the 

fill by periodically reading the elevation of surface monuments during the fill delay period. 

Evidence of high groundwater was observed in the existing highway pavement near the proposed 

alignment of the new Linden Avenue Overcrossing on the southbound side of Highway 101. 

Groundwater is rising up through cracks in the pavement and accumulating in the southbound 

outside shoulder against the dike. The spring was observed year-round, even at the end of the dry 

summer and fall months. Monitoring wells near the toe of the existing approach embankment 

also indicate that groundwater is at or near the elevation of the pavement. Pumping subgrade 

and/or groundwater may be encountered at the base of the proposed bridge embankment. 

Construction of a permeable mattress is recommended at the southern approach embankment if 

pumping subgrade is encountered. The mattress will bridge potentially wet and pumping soils 

and provide a firm and dry base to begin embankment construction. It is recommended to sub-

excavate 18 inches below the bottom of embankment elevation, place Class B3 subgrade 

enhancement geotextile on the bottom and sides of the excavation, place 18 inches of Class III 

permeable material over the geotextile, and then wrap the geotextile over the top of the aggregate 

base to achieve a minimum 3-foot overlap on all seams to fully encapsulate the aggregate base.  

Cut slopes of 2:1 maximum (Horizontal:Vertical) and embankment slopes of 2:1 maximum are 

recommended. 

 

Earthwork 

A large volume of imported borrow will be required to raise the profile and construct the new 

bridge embankments. The contractor will be required to identify a borrow location and ensure 

that imported borrow meets the project specifications. Once a borrow location is identified, soil 

testing should be performed to ensure the suitability of the material for use in roadway 

embankments. Refer to Standard Specifications Section 19-6 for embankment construction 

requirements and Section 19-7 for imported borrow material requirements.  

 

Drainage Systems 

Culvert headwalls and wingwalls are proposed for Drainage Systems 1, 3, and 7, as identified in 

the project plans. Evaluation of bearing capacity and potential construction considerations was 

performed at the proposed location of each headwall and wingwall. Design recommendations are 

provided in Table 4. Bearing capacity evaluation was performed using Vesic’s Bearing Capacity 

Equation and allowable bearing resistances were calculated using a factor of safety of 3.0. 

Headwall/wingwalls for Drainage System 3 are very near the observed groundwater elevation in 

the vicinity, groundwater may be encountered during the excavation to construct the 

headwall/wingwalls. Refer to 2010 Standard Specifications Section 19-3.03D for water control 

and foundation treatment requirements.  
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Drainage System 7 and the headwall/wingwalls for Drainage System 7 are proposed below the 

observed groundwater table. Construction of a dewatered excavation such as a cofferdam will be 

required to construct the culvert and headwall/wingwalls. Buoyancy of the culvert should be 

considered and concrete backfill may be required to prevent the pipe from floating. Type D 

excavation should be specified for the headwall and wingwalls at Drainage System 7 and the 

excavation required to install the pipe. The very loose and saturated silt encountered at the 

proposed bottom of footing elevation for the Drainage System 7 headwall/wingwalls will not 

provide adequate bearing capacity. It is recommended to over-excavate to elevation 5.6 feet and 

8 inches beyond the sides of the excavation and place Class B3 subgrade enhancement geotextile 

on the bottom and sides of the excavation, place Class III permeable material over the geotextile 

to the design bottom of footing elevation, and then wrap the geotextile over the top of the 

aggregate base to achieve a minimum 3-foot overlap on all seams to fully encapsulate the 

aggregate base. Pumping of the base layer will be required during foundation construction. 

Contact Geotechnical Design North during excavation of the footing to observe the over-

excavation and ensure that the foundation soils will provide adequate bearing capacity.   

Table 4. Culvert Wingwall Recommendations 

Drainage System 

and Wingwall 

Type 

Max 

Design 

Height (ft) 

Approximate 

Bottom of 

Footing 

Elevation (ft) 

Footing 

Width 

(ft) 

Factored 

Bearing 

Resistance 

(psf) SF=3 

Case I 

Equivalent 

Uniform 

Bearing 

Stress (psf) 

Approximate groundwater 

elevation at nearest 

monitoring well (ft) 

1-A 10.0 49.50 8.25 5500 3690 30 ft (RC-10-004) 

1-A 11.0 34.42 8.67 8000 3770 30 ft (RC-10-004) 

3-B 10.0 30.77 8.25 4700 3690 30 ft (RC-11-015) 

7-B 10.0 7.18 * 8.25 4000 3690 12 ft (RC-13-016) 

7-B 11.0 7.18 * 8.67 5200 3770 12 ft (RC-13-016) 

NOTE: * Over-excavate to elevation 5.6 feet and replace with geotextile encapsulated permeable material 

per above recommendations   

 

Construction Considerations 

Groundwater is shallow throughout the region and particularly high in the vicinity of the 

proposed Linden Avenue Overcrossing. Excavations may intercept groundwater and measures to 

control groundwater infiltration and facilitate operations may be required. Refer to 2010 

Standard Specifications Section 19-3.03D for water control and foundation treatment 

requirements. 

Contact Geotechnical Design North during construction of Drainage System 7 to observe the 

bottom of the excavations for the culvert and headwall/wingwalls. If very loose and saturated 

soils are encountered below the proposed elevation at the bottom of the geotextile encapsulated 

permeable material, increasing the depth of permeable mattress may be required. The base layer 

shall be pumped during forming, placement of concrete, and concrete curing, as required to keep 

the groundwater elevation below the bottom of footing, providing a dry uniform surface for 

construction and preventing segregation of the concrete by flowing water prior to curing. 

Alternatively, if groundwater infiltration into foundation excavations cannot be controlled by 
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pumping, or at the option of the contractor instead of pumping, the contractor may propose a 

dewatering plan to be reviewed and approved by the Engineer. 

If you have any questions or comments, please contact Ryan Turner at (805) 549-3750, or 

Michael Finegan at (805) 549-3194. 

 

 

 

 

 

 

 

 

 

 

 

 

 

  

 

 

 

  

 

 

  
 

RYAN TURNER, P.E., G.E. MICHAEL S. FINEGAN, P.E.  

Transportation Engineer Civil Branch Chief 

Geotechnical Design – North Geotechnical Design – North  

Branch D      Branch D 

 

c: Job File / Branch D Records 

Structure Construction RE Pending File (email RE_pending_file@dot.ca.gov) 

 Craig Whitten / DES Office Engineer  

 Andrew Tan / PCE 

 Eric Karlson/ DME 
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