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Use for CIDH or CISS piles with diameter exceeding 2.4 meters.  For piles with diameter greater than 4.2 meters, use SSP 51-331 instead. 

MASS CONCRETE FOR CAST-IN-PLACE CONCRETE PILES

General

Cast-in-place concrete piles shown on the plans that have a diameter exceeding 2.4 m shall be constructed as mass concrete and shall conform to the details shown on the plans and these special provisions.
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Materials

Materials used for mass concrete shall conform to the provisions in Section 90, "Portland Cement Concrete," of the Standard Specifications and these special provisions.

3.  Use for CIP piles that have a diameter of greater than 2.4 meters up to 3 meters.

Mass concrete shall contain a maximum of 445 kg of cementitious material per cubic meter of concrete.

4.  Use for CIP piles that have a diameter of greater than 3 meters up to 4.2 meters.

Mass concrete shall contain a maximum of 430 kg of cementitious material per cubic meter of concrete.

5

Supplementary cementitious material in mass concrete for cast-in-place concrete piles shall be flyash or natural pozzolan.  The minimum amount of flyash or natural pozzolan shall be 25 percent by mass of the total amount of cementitious material.

