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1.  Change section numbering when used in conjunction with Standard Specifications.

10.__  TACKBOARDS

2

GENERAL.‑-This work shall consist of furnishing and installing tackboards in accordance with the details shown on the plans and these special provisions.

3

SUBMITTALS.‑-Manufacturer's descriptive data, color and texture samples and installation instructions shall be submitted for approval.  Color and texture will be selected by the Engineer after the award of the contract.
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PRODUCTS.‑-

5

Tackboards.‑-

6


Tackboards shall be textured plastic coating on cotton-fabric, pressure laminated to 6 mm thick cork underlayment.  Cork underlayment shall be bonded to a 6 mm thick hardboard backing.  Tackboard dimensions shall be as shown on the plans.
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Border moldings.‑-
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Border moldings shall be factory applied, extruded clear anodized aluminum trim.
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EXECUTION.‑-

10

INSTALLATION.‑-Tackboards shall be installed rigidly, securely, plumb and true, and in accordance with the manufacturer's recommendations.

