lssue. 'Warm Mix Asphalt - | Topic HMA | subject| Warm Mix Asphalt RPC|  Rock Products |

TargetDate | 1/1/2012 | Today's Date | 11/3/2010 | No.of Days | 424 Priority 6 | Statis |  Active progress [ | ][ 24% |

Purpose and Need |Deve|op a performance specification and testing protocdi to correctly implement the use of WMA teﬁoiogy in California.

Project Leadl Catrino Barros ‘ Office ]mMat;rials_] Phone!_ - __ E-FIS Project Numberl__ R | E-FIS Subtask Number: |
Deliverable or Task E_a_fﬁE[ *F_wS_'ta_gtsEate ] | Target Date ..[|'Weig_l_1t_1;_ng_| | Complete % || Elapsed % | it e ___:'"" i M) I STAIS e ] e hear _m__ Ei e |
#1 |Approval process | Engr ][ 63012009 ][ 813172010 | 20 || 95 ][ 1148 |[Submit for Approval ' |
#2 [Testing requirements for WMA H Engr ||_ 9/1/2010_”_12/1/2010 ” 20 ‘ - 0 H 68.1 |@der Development |
#3 |Guidance for selecting WMA || Engr || 9712010 || 512011 || 20 | 0 |[ 256 |[Under Development - |
additives
# 4 |Specification CEngr || 91172010 || sn20m1 || 20 | 25 | 256  |[Under Development ' i - _
#5 [CORSiucionIPolicylBuUllCt Constr|| 5/1/2011 || e30n2011 || 5 || 0 || 0 |[UnderDevelopment |

#6 Training

[ Engr || an12011 || 112012 || 15 o [ o [ {

Log 7/1/2010 - draft decision document (El“oped

| _ _

Issue [Moisture sensitivity of HMA B Topic HMA | Subject| ~ Moisture Sensitivity | RPC RockProducts |

Target Date | 12/31/2013 | Today's Date | 11/3/2010 | No. of Days Priority | 8 J Status | Active | Progress -_._. . |1 24% |

Purpose and Need |[ndentify test to evaluate moisture sensitivity of HMA and the best treatment for mositure sensitive HMA |

Project Lead L B _Haiping Zhou j Office‘ Pavement Engineerﬁg—‘ Phone| 227-5817 { E-FIS Project Number'_ 3 J E-FIS Subtask Number _[
Deliverable or Task [Office| [ "Start Date | [ TargetDate | Weighting| | Complete % || Blapsed %[~ " swws ]
#1 [Evaluate Alternate Test [Mets || 97172007 |[ e/302011 || 20 ][ 10 || 828 |[Under Development |
Methods
#2 [Decision Documenton Lime || Engr || 10712010 |[ 63022011 |[ 30 || o ][ 118 ]Under Development )
Marination - o
#3 ‘Update Guidelines based on || Engr || 673022011 || 12312011 || 15 || o [ o ]
decision | -
#4 [Update Specifications [Engr |[ 10712011 ][ sz [ 15 ][ o ][ o ] ) - |
#5 [ConsiuctoniolcyBulctnml Corsv || ann012 | spwzez || s ) o o | B B | o -

<

#6 [Training [ Eengr ][ en2012 [ 12312012 ][ 15 ||

[ - " ]

Log [Numerous meetings were held on this topic. Recent activities are focused on evaluating alternative tests to examine HMA's resistance to moisture damage.
/2/1020 - work plan developed to evaluate aiternative tests.
On hold till Management decide what to do
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