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Review plans and Specifications.
Witnessed 15-Day compressive strength concrete cylinder breaks for Mix design 160061 at RMC facility in San Ramon.
Mix # 1. with Adva-100, sample # 1 - 66.36 MPA and sample # 2 - 64.83 MPA. (Sample taken on 12/18/07).
Mix # 2. with Adva-140, sample # | - 65.85 MPA and sample # 2 - 66 MPA. (Sample taken on 12/18/07).
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