
MOUNTAIN STATES STEEL 
325 SOUTH GENEVA ROAD, LINDON, UTAH 84042 
Telephone: (801) 785-5085 Fax: (801) 785-1 100 

NON-CONFORMANCE REPORT 

22 Oec. '04 
 pi^ Mark: 11080 & 1108E Tog&: OOO1 rev.4 

1- 
Contruct No. 464 Project: skyway Project ##04412024 hnc 

- Condition Should Be: FCAW welding per drawing ,.. B-U2-F (5/8" plate) 

Non-conf ormance: 

Inspector: ~- ~~ per Bill Kent of  Caltrans 10-21-03 

Approvals: 

Bill Kent 10-28-03 
- Inspector 

revision. 



MOUNTAIN STATES STEEL 
325 SOUTH GENEVA ROAD, LINDON, UTAH 84042 
Telephone: (801) 785-5085 Fax: (801) 785-1100/ 

NON-CONFORMANCE REPORT 

22 Dec. ‘03 
Piece Mark: 1108E ra9 0002 rev.3 

Illcdtm 
Contract No. 464 Project: Skyway Project #04-012024 ba 

Condition Should Be: Carbon-clrc gouqed weld joints are to be ground t o  shiny metal 
before weldinq. 

on approximately 20’ above the shop floor. The Caltrans inspector thouqht welding 
was being done in the joint backqouqed, but not qround. MSS inspector, Vern Gray, 
went  up the iadder and confirmed the backqouqed J ‘oint WQ$ not beinq welded. 

Recommended Corrective Action: Mne. 

fnspector: John Kinsey / Vern Gray 

Corrective Action: 

imoortance o f  arindirw aowed surfaces t o  shiw metal. MSSS insr>ector is continuina 
Traininq was provided t o  f i t ters and welders that emphasized the 

t o  monitor & enforce the need t o  grind gouqed surfaces t o  shiny metal. I 
- ”- 

revision, j 

“ M a k i n g  I t  H a p p e n ” ,  
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MOUNTAIN STATES STEEL 
325 SOUTH GENEVA ROAD, LINDON, UTAH 84042 
Telephone: (801) 785-5085 Fax: (801) 785-1100 

NON-CONFORMANCE REPORT 

22 Dec,’03 
Piece Mark: 1108C, 11080, & 1lOSE T’q No: OOO4 rev.3 

Inrdmnt 
Contract No. 464 Project: S m  Project ;;LK)4-012024 Da 

~~ 

Non-conformance: 

panels without advisinq Caltrans that inspection was qoinq to  be happening. 
UT inspection was performed (12-3-03,1243-03, & 12-15-UJ) on 

- ~ _ _ ~  

~ 

Recommended Corrective Action: Send an INSPECTION REQUEST t o  Caltrans for 
tion activities _I_ - when production resumes. 

Corrective Action: 

on the project because o f  a design revision (reference CCO tS90). 
N o  Corrective Action required, The pieces involved will not be used 

Dtsposrtion After  Corrective Action: 

“ M a k i n g  I t  H a p p e n ”  
-~ 



MOUNTAIN STATES STEEL 
325 SOUTH GENEVA ROAD, LINDON, UTAH 84042 
T : (801) 785-5085 Fax: (801) 785-1100 

NON-CONFORMANCE REPORT 

22 bec. '03 
rq No: 0005 rev.3 

Inedrn 
0. Dotc 

Condition Should Be: Caltra 
- 

Rccommmded Corrective Action: Send an INSPECTION REQUEST t o  Caltrans for all 
anticipated fabrication activities, and submit Oaily Inspection Reports in a timely 
manner when production resumes. 

Inspector: John Kinsey / Jeff Peery 

Corrective Action; 

on the project because of a design revision (reference CCO MO). 
No Corrective Action required. The pieces involved will not be used 

- _  

Approvals: 
n 

Sef f Peery 
*wMarrclgcr' -2 I* A 

Inspcc t or  
a 

- -  

Disposition A f t e r  Corrective Action: 

desiqn revision. 
~ 

" M a k i n g  I t  H a p p e n "  
poprlofl 

~~ 



MOUNTAIN STATES STEEL 
325 SOUTH GENEVA ROAD, LINDON, UTAH 84042 
Telephone: (801) 785-5085 Fax: (801) 785-1 100 

NON-CONFORMANCE REPORT 
tuldemf 

Contract No. 464 Project: bote 

- Piece Mark: 6308A-01 Tag No: 
I 

Condition Should Be: Weldinq only in positions seriif ied for. 

Non-conformonce: Pedro Hernandez was tack welding in a position he is not certified for. 

Corrective Action: 

in the vertical (3F) and overhead (4F) positions. A Caltrans QA inspector witnessed the 

D1.5 WQCP addendum #8. 

The welder, Pedro Hernandez, was certified for SMA W tack welding 

Approvals: 

bisposition After Corrective Action: Use &s. 

. .  . . - .." ., . . ... . .. . I . . , . .. . . 

" M a k i n g  I t  H a p p e n " 1  


