
STATE OF CALIFORNIA--BUSINESS,TRANSPORTACTION AND HOUSING AGENCY Arnold Schwarzenegger, Governor

DEPARTMENT OF TRANSPORTATION
DIVISION OF ENGINEERING SERVICES
Office of Structural Materials
Quality Assurance and Source Inspection

Bay Area Branch
690 Walnut Ave.St. 150
Vallejo, CA 94592-1133
(707) 649-5453
(707) 649-5493

Contract #:  04-0120F4 

Cty:  SF/ALA Rte:  80 PM:  13.2/13.9

File #:     13.25B

QUALITY ASSURANCE -- NON-CONFORMANCE REPORT
Location: Oregon Iron Works Clackamas,OR. Report No: NCR-000662
Prime Contractor: American Bridge/Fluor Enterprises, a JV Date: 27-Jan-2010
Submitting Contractor: Oregon Iron Works Clackamas, Or. NCR #: OIW-0012

Type of problem:

Welding Concrete Other
Welding Curing Procedural Bridge No: 34-0006
Joint fit-up Coating Other Component:Hinge K Pipe Beams
Procedural Procedural Description: Unapproved Welders
Reference Description: Hinge K Pipe Fuses 120a-6,120a-8
Description of Non-Conformance:
Oregon Iron (OIW) Quality Control allowed OIW production to perform welding on the stainless steel overlay 
of Fuses 120a-6 & 120a-8 with unapproved welders. Listed below are the welders, piece marks & brief 
description of the welding infractions.

OIW Welder Bounheune Savanh (WID# S74) was observed performing Electroslag Welding (ESW) on the 
overlay and repairs of intermediate weld passes with the Flux Cored Arc Welding (FCAW) process using 
ER316L stainless steel electrode. Mr. Savanh has not been approved to weld with S/S FCAW. In addition Mr. 
Savanh's ESW certification status was removed on the OIW Master welder list Rev. 11 (10/13/09) due to 
exceeding the period of effectiveness (Exceeded 6 months). The welding in non-compliance occurred on Fuse 
120a-8 on the following dates 1/18/10,1/19/10, 1/20/10 & 1/21/10 (Swing shift).
  
OIW Welder Vincent Vu (WID# V7) was also observed performing repairs of intermediate weld passes on the 
overlay with the Flux Cored Arc Welding (FCAW) process using ER316L stainless steel electrode. The 
welding in non-compliance occurred on Fuse 120a-6. Mr. Vu has not been approved to weld with S/S FCAW. 
The welding in non-compliance occurred on Fuse 120a-6 on the following date: 1/8/10 (Swing shift).

Applicable reference:
04-0120F4 Contract Special Provisions Sec. 8.3
AWS D1.6 Sec. 4.7.1 Performance Qualification 
AWS D1.6 Sec. 4.7.9 Period of Effectiveness 
Who discovered the problem: QA Inspectors Sean Vance & Joe Adame 
Name of individual from Contractor notified: OIW QCM Tom Tomovick
Time and method of notification: 0900, In person 
Name of Caltrans Engineer notified: Warren Collins

TL-15,Quality Assurance -- Non-Conformance Report Page 1 of 2



QUALITY ASSURANCE -- NON-CONFORMANCE REPORT
( Continued Page 2 of     )2

Time and method of notification: 0707 Via E-Mail and approx. 0800: Verbal.
QC Inspector's Name: OIW QC Inspectors Gary Mundt, Mike Gregson 
Was QC Inspector aware of the problem: Yes No
Contractor's proposal to correct the problem:
At this time no corrective action has been proposed.
Comments:
This report is for the purpose of determining conformance with the contract documents and is not for the 
purpose of making repair or fit for purpose recommendations.  Should you require recommendations 
concerning repairs or remedial efforts please contact Mohammad Fatemi  (916) 813-3677, who represents the 
Office of Structural Materials for your project. 

Inspected By: Vance,Sean Inspector
Reviewed By: Adame,Joe QA Inspector
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DEPARTMENT OF TRANSPORTATION 
 

333 Burma Road 
 

Oakland CA 94607 
 

Tel: 510-622-5661 Fax: 
 

NON-CONFORMANCE REPORT TRANSMITTAL 
 

To: AMERICAN BRIDGE/FLUOR, A JV Date: 02-Feb-2010 
375 BURMA ROAD 

 

OAKLAND CA 95607 Contract No: 04-0120F4 

Dear: 

Attention: 

 

Mr. Charles Kanapicki 
 

Mr. James Bowers 

04-SF-80-13.2 / 13.9 

Job Name: SAS Superstructure 
 

Subject: 
 
NCR No. 

 
OIW-0012 Document No:   05.03.06-000628 

 

Reference Description: Hinge K Pipe Fuses 120a-6,120a-8 
 

The Attached Non-Conformance Report describes an occurrence where the contractor did not comply with a requirement of the contract 
document as indicated below: 

 
Material or Workmanship not in conformance with contract documents. 

Quality Control (QC) not performed in conformance with contract documents. 

Recurring QC issue that constitutes a systematic problem in quality control. 

Non-Conformance Resolved. 

Remarks: 
 

Material Location:    Pipe Beam Lift:    N/A 
Welding on the Hinge K Pipe Beam Fuse Stainless Steel overlay was performed with unapproved welders. 

See NCR #OIW-0012 for further details. 

 
 

Action Required and/or Action Taken: 
 

Provide details of how the Contractor will ensure that only qualified welders perform welding on the Project. Perform 100% NDT of the 
areas that were welded by the unapproved welders. 

 
Qualify the welders referenced in this NCR and add them to the WQCP approved welder lists if the Contractor wishes to use these welders 
on the project. 

 
Transmitted By:   Warren Collins Assistant Structural Rep 

 

Attachments: 
 
OIW-0012 

 

cc: Rick Morrow, Brian Boal 
 

File:    05.03.06, 09.013.0005.2 
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AMERICAN BRIDGE/FLUOR ENTERPRISES, a JV 

 
P.O. BOX 23223 Oakland, CA 94623 
Phone (510) 419-0120 / Fax (510) 839-0666 

 
 

NCR PROPOSED RESOLUTION 
 
 

To: CALTRANS - SAS Superstructure 
333 Burma Road 
Oakland CA 94607 

Dated: 25-Jun-2010 
 
Contract No.:  04-0120F4 

04-SF-80-13.2 / 13.9 
Attention: Pursell, Gary 

Resident Engineer 
Job Name: SAS Superstructure 

 

Document No.: ABF-NPR-000719 Rev:  00 
Ref: 05.03.06-000628 

 

Subject: NCR No. OIW-0012 
 

 
Contractor's Proposed Resolution: 

 
Reference Resolution: See attached response from Oregon Iron Works. 

See attached response from Oregon Iron Works. 

 
 
 
 
 
 
 
 

Submitted by: Kanapicki, Charles 
 

Attachment(s): ABF-NPR-000719R00; 
 

Caltrans' comments: 
 
 
 

The NCR is resolved. 

Status:  CLO 
 

Date:  01-Jul-2010 

 
 
 
 
 
 
 
 
 

Submitted by: Collins, Warren Date: 01-Jul-2010 
 

Attachment(s): 
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STATE OF CALIFORNIA--BUSINESS,TRANSPORTACTION AND HOUSING AGENCY Arnold Schwarzenegger, Governor

DEPARTMENT OF TRANSPORTATION
DIVISION OF ENGINEERING SERVICES
Office of Structural Materials
Quality Assurance and Source Inspection

Bay Area Branch
690 Walnut Ave.St. 150
Vallejo, CA 94592-1133
(707) 649-5453
(707) 649-5493

Contract #:  04-0120F4 

Cty:  SF/ALA Rte:  80 PM:  13.2/13.9

File #:     xx.25A

QUALITY ASSURANCE -- NON-CONFORMANCE RESOLUTION
Location: Oregon Iron Works Clackamas,OR. Report No: NCS-000679
Prime Contractor: American Bridge/Fluor Enterprises, a JV Date: 25-Jun-2010
Submitting Contractor: Oregon Iron Works Clackamas, Or. NCR #: OIW-0012

Type of problem:

Welding Concrete Other
Welding Curing Procedural Bridge No: 34-0006
Joint fit-up Coating Other Component:
Procedural Procedural Descripton:
Date the Non-Conformance Report was written: 27-Jan-2010
Description of Non-Conformance:
Oregon Iron (OIW) Quality Control allowed OIW production to perform welding on the stainless steel overlay 
of Fuses 120a-6 & 120a-8 with unapproved welders. Listed below are the welders, piece marks & brief 
description of the welding infractions.

OIW Welder Bounheune Savanh (WID# S74) was observed performing Electroslag Welding (ESW) on the 
overlay and repairs of intermediate weld passes with the Flux Cored Arc Welding (FCAW) process using 
ER316L stainless steel electrode. Mr. Savanh has not been approved to weld with S/S FCAW. In addition Mr. 
Savanh's ESW certification status was removed on the OIW Master welder list Rev. 11 (10/13/09) due to 
exceeding the period of effectiveness (Exceeded 6 months). The welding in non-compliance occurred on Fuse 
120a-8 on the following dates 1/18/10,1/19/10, 1/20/10 & 1/21/10 (Swing shift).
  
OIW Welder Vincent Vu (WID# V7) was also observed performing repairs of intermediate weld passes on the 
overlay with the Flux Cored Arc Welding (FCAW) process using ER316L stainless steel electrode. The 
welding in non-compliance occurred on Fuse 120a-6. Mr. Vu has not been approved to weld with S/S FCAW. 
The welding in non-compliance occurred on Fuse 120a-6 on the following date: 1/8/10 (Swing shift).

Contractor's proposal to correct the problem:
OIW to submit the proper documentation for review to verify that the welders were certified at the time of 
welding. 
Corrective action taken:
OIW submitted a response (NPR 719) that states that Welder #S74 & Welder #V7 were qualified to weld with 
the above mentioned welding processes and had not expired on the 6 month period of effectiveness. After 
further review,OIW'S QC department realized there were errors in the qualified Master Welder's List that did 
reflect that the above welders were removed inadvertantly and not listed. The Master Welder List and Welder 
Continuity Log have been revised and submitted as part of the response and will be submitted as an addendum 
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QUALITY ASSURANCE -- NON-CONFORMANCE RESOLUTION
( Continued Page 2 of     )2

to the WQCP also.
Did corrective action require Engineer's approval? Yes No
If so, name of Engineer providing approval: Date:
Is Engineer's approval attached? Yes No
Comments:
This report is for the purpose of determining conformance with the contract documents and is not for the 
purpose of making repair or fit for purpose recommendations.  Should you require recommendations 
concerning repairs or remedial efforts please contact Mohammad Fatemi (916) 813-3677 , who represents the 
Office of Structural Materials for your project. 

Inspected By: Adame,Joe Quality Assurance Inspector
Reviewed By: Mertz,Robert QA Reviewer
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