STATE OF CALIFORNIA--BUSINESS, TRANSPORTACTION AND HOUSING AGENCY Arnold Schwarzenegger, Governor

DEPARTMENT OF TRANSPORTATION
DIVISION OF ENGINEERING SERVICES

Office of Structural Materials

Quality Assurance and Source Inspection

Contract #. 04-0120F4
Bay Area Branch
690 Walnut Ave.St. 150 Cty: SF/ALA Rte: 80 PM: 13.2/13.9

Vallejo, CA 94592-1133 File#: 69.25B
(707) 649-5453 ' '

(707) 649-5493

QUALITY ASSURANCE -- NON-CONFORMANCE REPORT

Location: Changxing Island, Shanghai, P.R. China Report No: NCR-000257
Prime Contractor: American Bridge/Fluor Enterprises, a vV Date: 16-Apr-2009
Submitting Contractor: Zhenhua Port Machinery Company, Ltd (ZPMC), ChangxingIsland ~ NCR # ZPMC-0231

Type of problem:

Welding [] Concrete [ Other
Welding ] Curing 1 Procedural Bridge No: 34-0006
Joint fit-up [J Coating [J] Other []  Component: Segment 2AE

Procedural [ Procedural [1 Description:

Reference Description: Missed MT Indications by QC

Description of Non-Conformance:

During random verification Magnetic Particle Testing (MT) of open rib deck stiffener to the corner assembly
floor beam web plate (weld numbers SSD56-PP14.5-141,137, SSD17-PP15-142 and CSD10-PP14.5-073),
Cadtrans Quality Assurance (QA) Inspector discovered atotal of four (4) longitudinal linear indications from
10 to 20mm in length. These linear indications were not found when the Contractor performed 25% MT
inspections.

Linear Indicatio%\ &

idication

2009:04:16 08:11:42
040120F4_Apr-16-09_B239_2AE_MT_Linear_Indication_1

Applicablereference:
AWS D1.5 (2002) Section 6.26.2 —“Welds that are subject to MT in addition to visual inspection shall have no
cracks.”

Who discovered the problem:  Rodney Patterson
Name of individual from Contractor notified: Peter Shaw
Time and method of notification: 2009/04/16, 10:30, Verbal

nnnnnnn

‘IV TL-15,Quality Assurance -- Non-Conformance Report Pagelof 2



QUALITY ASSURANCE -- NON-CONFORMANCE REPORT
( Continued Page 2 of 2 )

Name of Caltrans Engineer notified:  Stanley Ku

Time and method of notification: 2009/04/16, 12:00, Verbal
QC Inspector's Name: Wang Lu

Was QC Inspector awar e of the problem: [] Yeslvl No
Contractor's proposal to correct the problem:

Comments:

This report is for the purpose of determining conformance with the contract documents and is not for the
purpose of making repair or fit for purpose recommendations. Should you require recommendations
concerning repairs or remedial efforts please contact Eric Tsang, +(86) 1500 042 2372, who represents the
Office of Structural Materials for your project.

Inspected By: Tsang,Eric SMR

Reviewed By: Wahbeh,Mazen SMR

TL-15,Quality Assurance -- Non-Conformance Report
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DEPARTMENT OF TRANSPORTATION - District 4 Toll Bridge
666 Feng Bin Road Room 708, Changxing Island
Shanghai 201913 PR China

Gttrans Tel: 021-56856666 ext 207061 Fax:
NON-CONFORMANCE REPORT TRANSMITTAL
To: AMERICAN BRIDGE/FLUOR, A JV Date: 30-Apr-2009
375 BURMA ROAD
OAKLAND CA 95607 Contract No: 04-0120F4
04-SF-80-13.2/13.9
Dear: Mr. Charles Kanapicki Job Name: SAS Superstructure
Attention: Mr. Thomas Nilsson  Project/Fabrication Manager Document No: 05.03.06-000223
Subject: NCR No. ZPMC-0231

Reference Description:  Missed MT Indications by QC

The attached Non-Conformance Report describes an occurrence where the contractor did not comply with arequirement of the contract document as
indicated below:
L] Material or Workmanship not in conformance with contract documents.
Quality Control (QC) not performed in conformance with contract documents.
L] Recurring QC issue that constitutes a systematic problem in quality control.
[ Non-Conformance Resolved.
Material Location: OBG Lift:
Remarks:
During random verification Magnetic Particle Testing (MT) of open rib deck stiffener to the corner assembly floor beam web plate
(weld numbers SSD56-PP14.5-141,137, SSD17-PP15-142 and CSD10-PP14.5-073), Caltrans Quality Assurance (QA) Inspector
discovered atotal of four (4) longitudinal linear indications from 10 to 20mm in length. These linear indications were not found when
the Contractor performed 25% MT inspections.

Please see the attached NCR report #ZPM C-231 for more details.

Action Required and/or Action Taken:

Propose aresolution for the identified non-conformance with revised procedures to prevent future occurrences.

Transmitted by: Ching Chao
Attachments: ZPMC-0231

cc: Rick Morrow, Gary Pursell, Peter Siegenthaler, Stanley Ku, Brian Boal, Doug Coe, Jason Tom, Contract Files, Doug Wright, Ching Chz
File 05.03.06

ol " 05.03.06-000223,NCT
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AmEI’iE}aﬂ < AMERICAN BRIDGE/FLUOR ENTERPRISES, a JV

Bridge F L u o R P.0. BOX 23223 Oakland, CA 94623

Phone (510) 419-0120 / Fax (510) 839-0666

A JOINT YENTURE

NCR PROPOSED RESOLUTION

To: CALTRANS - SAS Superstructure Dated: 20-May-2009
333 Burma Road Contract No.: 04-0120F4

Oakland CA 94607 04-SF-80-13.2/ 13.9
Attention: Pursell, Gary Job Name: SAS Superstructure

Resident Engineer Document No.: ABF-NPR-000227 Rev: 00
Ref: 05.03.06-000223

Subject:  NCR No. ZPMC-0231

Contractor's Proposed Resolution:
Reference Resolution: ZPMC has generated an internal NCR for this nonconformance, repaired and re-inspected the welds as required.

ZPMC has generated an internal NCR for this nonconformance, repaired and re-inspected the welds as required. Attached is documentation of
work performed regarding this NCR. ZPMC requests this NCR be closed

Submitted by:
Attachment(s): ABF-NPR-000227R00

Caltrans' comments: Status: REJ
Date: 27-May-2009

The proposed resolution is not acceptable. There is no attached documentation of the work performed as stated in the NPR.
Provide documentation of the steps taken by the Quality Control Manager to prevent future occurrences of the recurring issues regarding

magnetic particle testing. Also, provide documentation of the weld repairs that were performed and that the repairs were acceptable. The
Department will review the Contractor's proposal to close Non-Conformance ZPMC-0231 at that time.

Submitted by:  Wright, Doug Date: 27-May-2009
Attachment(s):

‘E}' Page 1 of 1



AmEI’iE}aﬂ < AMERICAN BRIDGE/FLUOR ENTERPRISES, a JV

Bridge F L u o R P.0. BOX 23223 Oakland, CA 94623

Phone (510) 419-0120 / Fax (510) 839-0666

A JOINT YENTURE

NCR PROPOSED RESOLUTION

To: CALTRANS - SAS Superstructure Dated: 08-Jun-2009
333 Burma Road
Oakland CA 94607

Contract No.: 04-0120F4
04-SF-80-13.2/ 13.9
Attention: Pursell, Gary Job Name: SAS Superstructure
Resident Engineer
Ref: 05.03.06-000223

Subject:  NCR No. ZPMC-0231

Document No.: ABF-NPR-000227 Rev: 01

Contractor's Proposed Resolution:
Reference Resolution: ZPMC has included the documentation required for closure of this NCR.

ZPMC has included the documentation required for closure of this NCR.

Submitted by:
Attachment(s): ABF-NPR-000227R01;

Caltrans' comments: Status: CLO
Date: 24-Jun-2009

The proposed resolution is acceptable. The welds in question have been accepted by VT and MT as shown in the attached documents. Also,
steps taken by the Quality Control Manager regarding MT testing issues were documented in NPR-245. The Department concurs that Non-
Conformance ZPMC-0231 is closed.

Submitted by:  Wright, Doug Date: 24-Jun-2009

Attachment(s):

‘E}' Page 1 of 1
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H AT 2009.4.14
Visual We, nspection Nnmﬁ ort «\\ " OBG PlatePanelSplice
NEZE H R B IR A il S w\\»\cw _
Caltrans Contract No. : : entative:
J R i Yepore, LA L
Project No.: san Francisco Oakland 1 )
-2 A . I oo )20k |
Project No.: ZP06-787 Quality Assurance Manager ~Approval
TS SR EHEE: P S
4 Accept or
Welder Accept Reject after
I.D.# |Locat ) or Reject repair
Weld No. 2| B T8 | ion Welding consumables Undercut | Porosity | Over lap| Crater | Arc strike Spatters | Crack |#:52 5445 | Repair iR i
4imS AS | fE JREA R BEid 4L, B | BB | RGBS | kik | g 114 Py A B
SSD17-PP15-007 | 055564 | 3F Supercored 71H(®1. 4) J ,\ J J J J J ACC NA NA
SSD17-PP15-008 | 055564 | 3F Supercored 71H(®1. 4) v J J v ,\ J J ACC NA NA
SSD17-PP15-011 | 055564 | 4F THI506Fe—1 (0 4. 0) V v v - v N v ACC NA NA
S5SD17-PP15-012 | 055564 | 4F THI506Fe—-1(® 4. 0) v J < v J v ,\ ACC NA NA
SSD17-PP15-136 | 055564 | 3F Supercored 71H(®]1. 4) V v v ..\ + v < ACC NA NA
SSD17-PP15-137 | 055564 | 3F Supercored 7TIH(®1.4) J o + + J v « ACC NA NA
SSD17-PP15-138 | 055564 [ 3F Supercored TIH(®1. 4) N J V N J + ) ACC NA NA
SSD17-PP15-139 | 055564 | 3F - Supercored TIH(®1.4) .<. V' < v N )\ < ACC NA NA
SSD17-PP15-140 | 055564 | 3F Supercored TIH(®1,4) < + ,\ v + J < ACC NA NA
SSD17-PP15-141 | 055564 | 3F Supercored 7IH(®1. 4) N v ~ g E V v ACC NA NA
\SSD17-PP15-142 | 055564 | 3F Supercored 71H(®1. 4) .,\ < v )\_ v v J ACC NA NA
SSD17-PP15-143 | 055564 | 3F Supercored TIN(®d1. 4) J J J « J J v ACC NA NA
SSD17-PP15-144 | 055564 | 3F Supercored 71H(®1.4) N J ) N N < + ACC NA NA
SSD17-PP15-145 | 055564 | 3F Supercored TIH(®1.4) v v ,\ ,\ v v « ACC NA NA
SSD17-PP15-146 | 055564 | 3F Supercored T1H(®1. 4) ,\ J v Y < v ,\ ACC NA NA
SSD17-PP15-147 | 055564 | 3F Supercored 71H(®1. 4) + Y v N + A + ACC NA NA
[0 After root weld [« After cover pass
[0 After CWR or WRR No. : [1 After HSR No. : [0 Others
1/1

" 4 "isnodefects. " X" is defects. "NA" is not ‘applicable.
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REPORT OF MAGNETIC PARTICLE EXAMINATTION

B R &

REPORT NO. 37 #45& B787-MT-9554

DATER#i 2009.04.19

PAGE OFI® 9/9

Revision Na: ¢

PROJECT NO. CONTRACTOR:
TEEs. ZP06-787 B e CALTRANS
DRAWING NO. SSD56A CALTRANS CONTRACT NO.: 0;; 20‘F4
B = OBG 2AE PLATE SANE SPLOGE M TERE
REFERENCING CODE ACCEPTANCE STANDARD |PROCEDURE NO. CALIBRATION DUE DATE
Ep ) ERIRE Birgs SRR EE I
AWS D1,5-2002 AWS D1.5-2002 ZPQC-MT-01 Dec. 28°7 2009
EQUIPMENT # % MANUFACTURER #1357 MODEL NO. #:458 SERIAL NO. E&in g
MT YOKE PARKER B310S 5395 5617 5620
MAGNETIZING METHOD Continuous magnetic yoke [CURRENT i
Rl ik B g =z
PARTICLE TYPE Dry magnet powder YOKE SPACING ——
e it FrEH BEHE [T ER
MATERIAL TO BE VWELDING B Material & thickness A709M-345T2-X
EXAMINED O CASTING #44: B, A 8/12/14/16/20 mm
R ErE O FORGING 415
WELDING PROCESS TYPE OF JOINT
R FCAW i T-JOINT
DISCONTINUITY gt ACCEPT silar
"};Z_fgé’ ' INDICATION TYPE LE“GEEN i - }gqic REEA&R e
b By :
SSD56A-PP14.5- 3
141
SSD56A-PP14.5- R
142

#* SSD56A-PP14.5-003 . SSD5BA-
SSD56A-PP14.5-135, S8D56A-PP14.5-136. SSD56A-
ACC, which is the resuit of required 25% MT.

# 8SD56A-PP14.5-003 . SSD56A-PP14.5-004.
S5D56A-PP14.5-135. SSD56A-PP14.5-136. SSD56A-PP14.5-137.
ﬁiﬁ?ﬁiﬁE%it%ﬂ?ﬂtﬂtﬁ?‘k%%%%w&ﬁ.

PP14.5-004, SSD56A-PP14,5-124.,

PP14.5-137. SSD5sA-PP 4.5-138.

SSD56A-PP14.5-124., S8D56A-
SSD56A-PP14.5-138.

SSD56A-PP14.5-125, SSD56A-PP14.5-133. SSD56A-PP14.5-134.,

SSD56A-PP14.5-139 were MT inspection and

PP14.5-125, SSD56A-PP14,5-133, SSD56A-PP14.5-134.
SSDS6A-PP14.5-139 R ERENTH; TEH, B2

BLANK

T SIGN/ Bilg DATE <

>.__-L,@a\£22__,ﬂ

EXAMINED BY3:3g REVIEWED BY &# .
Crany émj (‘/mmi;l PO N0
LEVEL -l SIGN %% DATER LEVEL-I  sIGN ! DATEHM
gL P ol x[ﬁ‘_g
RAt23E / QoM { ' / AP CUSTOMER /

EF SIGN/ Hiif DATE

(FORM# ZPQC-MTO1)

/



r | pNT 22035 -

V2 a 764
. HHAE 2009.4.14
Visual Weld Inspection Report : Girder/ 32: OBG PlatePanelSplice
AEL4EH R B IR A Tower7 2 _ .
Caltrans Contract No. Wuality Gonirol Represeniative:
M AT It i FhfC: L
Project No.: San Francisco Oakland Bay Bridge . cwi:
L5 [T ABF BEA: el s - %%@y\\
roject No.: ] Quality Assurance Manager ~Approval
TE4E: _ ~FAEET _ FAERIEE: (o Tl o
b ’ Accept or
R | Welder Reject
I.D.# |Locat Accept or after repair
Weld No. B | BT | ion Welding consumables Undercut | Porosity | Over lap| Crater | Arc strike| Spatters | Crack Reject | Repair |i5{& 585
RS Mg | B JREAT R Wil AL vl UG | AN | Ok | e |EooiEd| Bi | sidEl
CSD10-PP14.5-065 | 048047 | 3F THJ506Fe—1 (D 4. 0) ‘ ACC NA NA
ACC NA NA

CSD10-PP14.5-066 | 048047 |- 3F THJB506Fe~1 (D 4. 0)
CSD10-PP14.5-067 | 048047 | 3F THJ506Fe—1 (b 4. 0)
CSD10-PP14.5-068 | 048047 | 3F THJ506Fe-1 (D 4. 0)

ACC NA NA
ACC NA NA
ACC NA NA

CSD10-PP14.5-108 | 048047 | 3F THI506Fe-1 (®4, 0)
CSD10-PP14.5-109 | 048047 | 3F THI506Fe~1 (4. 0)
CSD10-PP14.5-110 | 048047 | 3F THJ506Fe-1 (D 4. 0)
CSD10-PP14.5-111 | 048047 | 3F THJ506Fe-1 (M 4. 0)

ACC NA NA
ACC NA NA
ACC NA NA

J - J J J J J

v v o J N ,\ g

J J v J v J A

] J J J " J J

CSD10-PP14.5-069 | 048047 | 3F THJ506Fe—1 (d 4. 0) J J J J J v J
CSD10-PP14.5-070 | 048047 | 3F THJ506Fe-1 (D 4. 0) ] v J v N N J' ACC NA | NA
CSD10-PP14.5-071 | 048047 | 3F THJ506Fe-1 (@4. 0) J J J J ] J J ACC NA NA
CSD10-PP14.5-072 | 048047 | 3F THJ506Fe—1 (D 4. 0) of V N v + V ] ACC NA NA
~/| CSD10-PP14.5-073 | 048047 | 3F THJ506Fe-1 (4. 0) J J J J Y J J ACC NA NA
CSD10-PP14.5-074 | 048047 | 3F THJ506Fe—1 (d 4, 0) J J N J J S J ACC NA NA
CSD10-PP14.5-075 | 048047 | 3F THJ506Fe—1(d4, 0) v J J v A < v ACC NA NA
CSD10-PP14.5-076 | 048047 | 3F THJ506Fe—1 (d 4. 0) J J J v v v v ACC NA NA
CSD10-PP14.5-089 | 048047 | 3F - THI506Fe-1 (D 4. 0) J J J J J J 4 ACC NA | NA
CSD10-PP14.5-090 | 048047 | 3F THJ506Fe~1 (D 4. 0) v J J J J J J ACC NA NA
CSD10-PP14.5-093 | 048047 | 3F THJ506Fe~1 (D 4. 0) J J ] v v J 4 ACC NA NA
CSD10-PP14.5-094 | 048047 | 3F THJ506Fe-1 (D 4, 0) J Y N J J Y] v ACC NA NA
CSD10-PP14.5-107 | 048047 | 3F THJ506Fe-1 (4. 0) v ] J J ] N ] ACC NA NA
+ N J J J J ] ACC NA NA

+ J ~ v ) + N

J J J J J ,\ J

J J J i ] N J

"+ "isnodefects. " X" is defects. "NA" is not applicable. 1/2
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ZPMC e
] _ . =g 2009.4.14
Visual Weld Inspection h@&. ., Girder/ 32 OBG PlatePanelSplice
SRR ER A ,  Tower/ 3% :
Caltrans Contract No. . Quality Control Representative: .
T2 2 WOT2054 ‘. B e /.
Project No.: >an Francisco Oakland Bay Bridge CwWT: _
JEZ EAASF “ HEA: Ghilyogr7=7t)
roject No.: A _ Quality Assurance Manager ~Approval
TS sl | AR E: (an™ Jop I
' : ‘ 7 Accepf or
Welder . . Accept Reject after
L.D# |Locat ; _ o or Reject repair
Weld No. Bl 8T8 | ion Welding consumables Undercut.| Porosity | Over lap| Crater | Arc strike Spatters | Crack | #5205 Repair | iR 4 f5 85
45 s | fE BEME Wiz AL ikl JIGL | EEBIERGE | KWk | B 1 R{E Il
S8D56-PP14.5-131 | 055564 | 3F Supercored T1H(® 1. 4) , v Y V v v v v ACC NA NA
SSD56-PP14.5-191 | 055564 | 3F Supercored 71H(®1. 4) J W J J J J J ACC NA NA
SSD56-PP14.5-195 | 055564 | 3F Supercored 7IH(®1. 4) v N + Y ~ J < ACC NA NA
SSD56-PP14.5-196 | 055564 | 3F Supercored TIH(®1. 4) + V J J v v J ACC NA NA
SSD56-PP14.5-134 | 055564 | 3F Supercored TIH(®1. 4) v v V < v }\ < ACC NA NA
SSD56-PP14.5-135 | 055564 | 3F Supercored 71H(®1. 4) v ,.\ v N v < v ACC NA NA
~ LSSD56-PP14.5-136 | 055564 | 3F - Supercored 71IH(®1. 4) J 4. + Y e\ v ~ ACC NA NA
SSD56-PP14.5-137 | 055564 | 3F Supercored T1H(®1, 4) v v v Y N J ,\ ACC NA NA
SSD56-PP14.5-138 | 055564 | 3F Supercored 7IH(®1.4) + .,\ Vv )\ Vv J < ACC NA NA
SSD56-PP14.5-139 | 055564 | 3F Supercored 7IH(®1, 4) J J J J J v J ACC NA - NA
SSD56-PP14.5-140 | 055564 | 3F Supercored 7TI1H(®1. 4) v + + v J R V ACC NA ~ NA
SSD56-PP14.5-141 | 055564 | 3F Supercored TIH{®1. 4) V v V 0 v < V ACC NA NA
SSD56-PP14.5-142 | 055564 | 3F Supercored 7T1H(®1.4) J ,\ J Y J J N ACC NA NA
S5D56-PP14.5-143 | 055564 | 3F Supercored TIH(®1. 4) v v a\ v v < v ACC NA NA
SSD56-PP14.5-144 | 055564 | 3F Supercored TIH(®1. 4) J + v J J Ny v ACC - NA NA
SSD56-PP14.5-145 | 055564 | 3F Supercored 7TIH(®1. 4) < Y v < ,.\ v v ACC NA NA
SSD56-PP14.5-156 | 055564 | 3F Supercored T1H(®1. 4) « v < v + V v ACC NA NA
SSD56-PP14.5-157 | 055564 | 3F Supercored 71H(®1.4) ) A v ) N N v ACC NA NA
SSD56-PP14.5-160 | 055564 | 3F Supercored 71H(®1. 4) v ¥ v + J J J ACC NA NA
SSD56-PP14.5-161 | 055564 | 3F Supercored 7IH(®1. 4) V v J v N A J ACC NA NA
SSD56-PP14.5-177 | 055564 | 3F Supercored TIH(®1.4) V ) J J N J V ACC NA NA
1/2

" ¥ "isnodefects. " X" is defects. "NA" is not applicable.,
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REPORT OF MAGNETIC PARTICLE EXAMINATION

MR IRE
REPORT NO. #£4S B787-MT-9553 DATER# 2009.04.19 PAGE OF®T 1212  |Revision No: 0
PROJECT NO. 7P06.787 CONTRACTOR:
I%—.ﬁ%: 1 i % F‘ . ' CALTRANS
DRAWING NO. S5D58 CALTRANS CONTRAGCT NO.: ;‘61 " i
EE: : OBG 2AE PLATE SANE SPLOCE |l ITR&S ' =20
REFERENCING CODE ACCEPTANCE STANDARD |PROCEDURE NO. CALIBRATION DUE DATE
S TR B BFES YR .
AWS D1.5-2002 AWS D1.5-2002 ZPQC-MT-01 Dec. 287 ,2008 !

EQUIPMENT #%&
MT YOKE

MANUFACTURER #3556
PARKER

MODEL NO. #3455
B310S

SERIAL NO, iE4EE B
5395 5617 5620

MAGNETIZING METHOD
BTE

Continuous magnetic yoke
B R ELE

CURRENT
=

AC

PARTICLE TYPE
EHZEE

Dry magnet powder
TR

YOKE SPACING
[GEAgE

70~150mm

MATERIAL TO BE
EXAMINED

i

VWELDING 4
O CASTING %5
O FORGING g

Material & thickness
B EE

AT709M-345T2-X .
8/12M14/16/1M8/20/22/30mm

WELDING PROCESS

N FCAW
BENE

TYPE OF JOINT
R

T-JOINT

DISCONTINUITY AL

WELD L.D. :
peas TYPE

Zm

INDICATION
EEp

LENGTH IN mm)|

ACCEPT

REJECT

il Bk

REMARKS
FH

SSD56-PP14.5-
179

ACC.

100%

MT

55D56-PP14.5-
180

ACC.

100%

MT

55D56-PP14.5-
181

ACC.

100%

MT

55D56-PP14.5-
182

ACC.

100%

MT

SS5D56-PP14.5-
183

ACC.

100%

MT

SSD56-PP14.5-
184

ACC.

100%

MT

SSD56-PP14.5-
185

ACC.

100%

MT

SE8D56-PP14.5-
186

ACC.

100%

MT
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STATE OF CALIFORNIA--BUSINESS, TRANSPORTACTION AND HOUSING AGENCY Arnold Schwarzenegger, Governor

DEPARTMENT OF TRANSPORTATION
DIVISION OF ENGINEERING SERVICES

Office of Structural Materials

Quality Assurance and Source Inspection

Contract #. 04-0120F4
Bay Area Branch -
690 Walnut Ave.St. 150 Cty: SF/ALA Rte: 80 PM: 13.2/13.9

(707) 649-5453
(707) 649-5493

QUALITY ASSURANCE -- NON-CONFORMANCE RESOLUTION

Location: Changxing Island, Shanghai, P.R. China Report No: NCS-000261
Prime Contractor: American Bridge/Fluor Enterprises, a vV Date  24-Aug-2009
Submitting Contractor: Zhenhua Port Machinery Company, Ltd (ZPMC), Changxing IslandNCR #. ZPMC-0231

Type of problem:

Welding [] Concrete [ Other
Welding [J Curing ] Procedural Bridge No: 34-0006
Joint fit-up [J Coating L1 Other (]  Component:

Procedural [ Procedural [ Descripton:

Date the Non-Conformance Report waswritten:  16-Apr-2009

Description of Non-Conformance:

During random verification Magnetic Particle Testing (MT) of open rib deck stiffener to the corner assembly
floor beam web plate (weld numbers SSD56-PP14.5-141,137, SSD17-PP15-142 and CSD10-PP14.5-073),
Caltrans Quality Assurance (QA) Inspector discovered atotal of four (4) longitudinal linear indications from
10 to 20mm in length. These linear indications were not found when the Contractor performed 25% MT
inspections.

Contractor's proposal to correct the problem:

Perform NDT to repair area.

Corrective action taken:

Contractor submitted VT and MT reports verifying that the repairs were performed in accordance with
Contract specifications.

Did corrective action require Engineer's approval ? [] Yeslvl No

If so, name of Engineer providing approval: Date:
|s Engineer's approval attached? [] Yesl¥l No
Comments:

Thisreport is for the purpose of determining conformance with the contract documents and is not for the
purpose of making repair or fit for purpose recommendations. Should you require recommendations
concerning repairs or remedial efforts please contact Jim Simonis, who represents the Office of Structural
Materials for your project.

I nspected By: Simonis,Jim Quality Assurance I nspector

Reviewed By: Wahbeh,Mazen QA Reviewer

TL-16,QA -- Non-Conformance Resolution Pagel1of 1
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