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Recom mended Corrective Act ion : 

rejected bars, Account for all of rejected bars, Account for repair epoxy on bars 
nd remove from 
d acceptance do ents for releases 44, 24 to verify QA acceptance 

procedures for disposition of rejected materials, modify tagging procedures at AHT ~ 

Corrective Actions Verified ornplete and Inspected: 
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