San Francisco Oakland Bay Bridge Job # 04-042024

NON-CONFORMANCE REPORT 28

Location of Mat'l/Item: E7E SLEEVE 2 PLATE E WELD 2

TltIeIDescnptlon

Group: FOUNDATION -
Superintendent: SCOTT THOMPSON

Foreman: DENNIS WINTER

Report of Condition/Cause of Non-Conformance:

INSPECTOR AUGUSTINE CALIJA OVERLOOKED 2 LINEAR INDICATIONS EACH

WHILE PERFORMING MAGNETIC PARTICLE TESTING ON WELD 2 OF PLATE E AT PIERE7E

APPROXIMATELY 19mm IN LENGTH and 3 mm DEEP.

Recommended Corrective Action: INSPECTOR CALIJA WILL RECEIVE 10 HOURS

SUPERVISED TRAINING BY LEVEL Il DAVID COX. THE INDICATIONS WERE REMOVED

BY GRINDING, MAGNETIC PARTICLETESTED TO PROVE METAL SOUNDNESS,

REWELDED AND MAGNETIC PARTICLE TESTED AT AMBIENT TEMPERATURE.

(ATTACHED ISI LETTER 090DC.0204)

Origipator Signature: Date: 2/17/04 |Superint nt Signature: Date: 2/17/04
; - - PAY N l

|

Designer Comments on Corrective Action:

J

Corrective Actions Verified Complete and Inspected:

Reference Documents:

Date Closed:
Signature:




Feb 17 04 03:25p David A. Cox 7077461275

February 16. 2004
ISI Project No.: 2196-01
ISt Transmittal No.: 090DC.0204

Rich Bienek

Quality Control Manager
Kiewit/FCl/Manson Joint Venture
220 Burma

Oakland, CA 94607

Re: Pier 7 connection plate welding/testing

Dear Rich Bienek:

Please review the proposed resolution to NCR # 28 concerning Mr. Augistine Calija, Mr
Calija will receive 10 hours of additional practical training in the non-destructive testing
method of magnetic particle testing using the dry powder magnetic yoke application per
AWS D1.5-95, ASTM E709 and Written Practice ISI-WP-001 Rev. [0, 1. 2]. 3, which
will conducted, supervised and documented by ISI’s NDT Level 111

If you have any questions/comments, please contact our office.

Sincerely,
Inspection Services, Inc.

avid A. Cox
ISI Level I1I
Inspection Supervisor

INSPECTION SERVICES, INC.
Pier 26, The Embarcadero San Francisco, CA 94105 Phone 415-243-3265 FAX 415-243-3266
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