
P.O. BOX 23223 Oakland, CA 94623 
Phone (510) 419-0120 I Fax (510) 839-0666 

LETTER OF SUBMllTAL 
KFM Skyway Project # 04-012024 

Run Date 12-Jun-06 
Tinre 6:56AM 

Dated: .&/f 40 SUBMlllAL NO: KFM-SUB-006718 Rev: 00 

To: Doug Coe COlJOb # 364-3726 

Caltrans-Skyway Project Contract # 04-012024 
345 Burma Road 
Oakland CA 94607 
Phone: Fax: 

SublSupplier: 
SublSupplier No: 

- 
. . .. . __. - .. .. ._ - .. ._ -. . . - . . . - . - __ ._ _.._ - ____ . . . . . - ~ . .  . ... _._ . .. .. 

Subject: KFM - NCR 57 Carbon Arc Gouge in Top Closed Rib Special Provis. (SP) REF: 08-3.01 
Standard Spec. (SS) REF: 

RESUBMITTAUSUPPLEMENTAL REF: 

We are sending the following aftached items: E] Attached 0 WaFax 

Contract PIans/Specs 0 Certs of CompI./SampIes 0 Working Drawings 
0 DrawingslCalculations Schedule 0 WQCP andlor Addenda 
0 Change Order 

0 Copy of Letter 0 Payroll Information 0 CWR Procedure 

0 Progress Estimate Request 0 Weekly Weld Reports 

~~ 

. Drawing No Rev Status Pages ____ - 
Item Date Copies Description 

01 09-Jun-06 1 KFM - NCR #57 - Carbon Arc Gouge in Top Closed Rib 0 Pending 2 

These are transmitted as checked below: 

For Approval 
0 For Your Use 

Remarks: 

0 For Review/Comment 
0 A5 Requested 

0 Return For Correction 
0 For Information 

cc: 

Please review I approve by : 16 Jun-2006 Submitted By: Dennis Winter 

(KFM Slaff Member - Originator of Transmittal) 

Checked i3 Sent By: 

Contracl AdminIDCS Slaff 

a Copy To: Job Office Rles An Equal Opportunity Employer Page 1 of 1 



57 NON-CONFORMANCE REPORT 

........ ... . . . . . . . .  . ... . ........ .................. Location - of Mat'l/ltem: -. - __  ._ Orthotropic __ Box - .- Girder 5A 

Group: .- Superstructures 
Superintendent: -. - Mike Kiggins -. - - 
Foreman: Ron McCurry 

Report of ConditionlCause of Non-Conformance: While ..... -. removing . the southeast, center lifting box ....... 
acarbon ___- arc gouge occurred -- to the top closed rib approximately 1 _._._ meter west of -____ theeast end plate. 

..... TitlelDescription: -. .. -. .... -. .. . ,_ ... Carbon .. arc . ._ . gouge - ... ... in - top .. -. . ._ Closed . . . . . . . . . . . . . . . . . . . .  Rib I m  west of end . . .  plate ~. 

........... . ... . . .  _. . . . . . . . . . . . .  . . . . . .  

. . . .  ........ ........ . . . . . . . . . . . . . . . . . . . .  

I.. .... . . . . . . . . . . . . . . . . . . .  ... ...... - .. -. - ...... . .  .... ........ -- ........ - . . . . . . . . . . . .  - -1 
. . . . . . . . . . . . . . . . . . . .  ........ -. . . . . . . . . .  . . . . . . . .  I. . . . . . .  ........ . . . . . . . . . . . . . . . . .  1 . .  ........ 

I 1 

Recommended ~ Corrective Action: The gouge was ground into ......... a - .. boat - - shaped excavation _. . . . . .  

44mm X . ._ 12mm X 1 Sm. .- It will __ be Magnetic Particle tested to verify base metal ______ soundness, and . . . .  

rewelded - ___ using Caltrans approved procedure FCM ~ repair, re-transitioned .... to near flush, allowed ___.. to ... 

cool .... -. . to -. ambient temperature-and __ Magnetic Particle tested to ... verify weld soundness. .... 

............ ., ... ....... _..-____ ... ., ................... ..... 

ate: 

Dennis Winter 6/9/2006 6/9/2006 

~- . _ _  _ _ _ _ _ _ ~ ~ _ _ _  Designer Comments on Corrective Action: 
~_ ~. - 

Corrective Actions Verified Complete and Inspected: 

Reference Documents: 

Date Closed: 

Signature: 




