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STATE OF CALIFORNIA—BUSINESS, TRANSPORTATION AND HOUSING AGENCY Edmund G. Brown Jr., Governor 

DEPARTMENT OF TRANSPORTATION 
DIVISION OF ENGINEERING SERVICES 

MATERIALS ENGINEERING AND TESTING SERVICES  

Office of Structural Materials 

Quality Assurance and Source Inspection 
 

Bay Area Branch 

690 Walnut Ave., St.150 
Vallejo, Ca. 94592-1133 
(707) 649-5453 
Fax:  (707) 649-5493 

 

Contract # :  04-0120S4 

  Cty SF/ALA Rte 80 PM 13.2/13.9 

 File # 1.12 

 

 

QUALITY ASSURANCE – INCIDENT REPORT 

Location: Service Platform 20W per CCO #138                                    Date:04/30/13   

Prime Contractor: MCM Incident #11  

Submitting Contractor:DCCI 

Type of problem: 

Welding   Concrete  Other  

Welding:  Curing:  Procedural:  Bridge No.  

Joint fit-up:  Coating:  Other:  Component: Service Platform 20W 

Procedural:  Procedural:  Description of Component:  1 ½” diameter steel pipe 

 

Description of Incident: MCM sub-contractor DCCI brought to the job site 22 cut pieces (1 ½” diameter x 16 inches 

long) black steel pipe intended for modification for the service platform without having inspected and released by 

Caltrans METS.   

 

Applicable reference:  Caltrans Standard Specifications, Section 6: Control of Materials, Para. 6-1.01 

 

Who discovered the problem: Joselito P. Lizardo 

Name of MCM QC Notified: Andrew Erthum 

Time and method of notification: 1030/Verbal 

Name of SMR notified: Aaron Prchlik 

Time and method of notification: 1400/Verbal 

Name of Construction Engineer notified:  

Time and method of notification:  

Was the QC Inspector aware of problem before being notified: No 

Contractor’s proposal to correct the problem: Unknown 



 

 

QUALITY ASSURANCE - NONCONFORMANCE REPORT 
(Continued, Page 2 of 2) 
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Comments:  This report is for the purpose of determining general conformance with the contract documents and is 

not for the purpose of making repair or fit for purpose recommendations.  Should you require recommendations 

concerning repairs or remedial efforts please contact SMR Gary Thomas 916-764-6027 who represents the Office of 

Structural Materials for your project. 

 

Inspected By: Joselito P. Lizardo Quality Assurance Inspector 

Reviewed By: Danny Reyes Lead QA Reviewer 
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Hardcopy Routing Instructions: 
1. Resident Engineer 2. Inspecting Branch Contract File 3. Responsible Branch Contract File (with supporting documentation) 

STATE OF CALIFORNIA—BUSINESS, TRANSPORTATION AND HOUSING AGENCY Edmund G. Brown Jr., Governor 

DEPARTMENT OF TRANSPORTATION 
DIVISION OF ENGINEERING SERVICES 

MATERIALS ENGINEERING AND TESTING SERVICES  

Office of Structural Materials 

Quality Assurance and Source Inspection 
 

Bay Area Branch 

690 Walnut Ave., St. 150 
Vallejo, CA  94592-1133 
(707) 649-5453 
FAX: (707) 649-5493 

Contract # :  04-0120S4 

Cty SF/ALA Rte 80 PM 13.2/13.9  

File #  1 .25A 

 

fO 

QUALITY ASSURANCE - NONCONFORMANCE RESOLUTION 

Location: Service Platform 20W per the CCO-138 Date:  1.8.14 

Prime Contractor: MCM NCR# IR-11 

Submitting Contractor: DCCI 

Type of problem: 

Welding  Concrete  Other  

Welding:  Curing:  Procedural:  

Joint fit-up:  Coating:  Other:  Release Issue 

Procedural:  Procedural:    

Bridge No . 34-0006 Component Service Platform  20W 

Date nonconformance report was written: 04/30/2013 

Description of Non-Conformance:MCM sub-contractor DCCI brought to the jobsite 22 cut pieces (1 1/2" diameter x 

16 inches long) black steel pipe intended for modification for the service platform without having inspected and 

released by Caltrans METS.  

Contractor’s proposal to correct the problem:  Contractor to propose resolution. Material was removed from the 

jobsite and was not utilized. 

Corrective action taken: Material was removed from the jobsite and was not utilized. Contractor to issue TL-38 prior 

to cutting material. 

Did corrective action require Engineer’s approval? Yes No 

If so, name of the Engineer providing approval:N/A Date:N/A 

Is Engineer’s approval attached: Yes No Material was not used 

Comments:  This report is for the purpose of determining general conformance with the contract documents and is not 

for the purpose of making repair or fit for purpose recommendations.  Should you require recommendations 

concerning repairs or remedial efforts please contact Gary Thomas, (916) 764-6027, who represents the Office of 

Structural Materials for your project. 

Inspected By:  Daniel Reyes Quality Assurance Inspector 

Reviewed By:  Ken Riley QA Reviewer 

 


