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Hardcopy Routing Instructions: 
1. Resident Engineer 2. Inspecting Branch Contract File 3. Responsible Branch Contract File (with supporting documentation) 

STATE OF CALIFORNIA—BUSINESS, TRANSPORTATION AND HOUSING AGENCY Edmund G Brown Jr. Governor 

DEPARTMENT OF TRANSPORTATION 
DIVISION OF ENGINEERING SERVICES 

MATERIALS ENGINEERING AND TESTING SERVICES  

Office of Structural Materials 

Quality Assurance and Source Inspection 
 

Bay Area Branch 

690 Walnut Ave., St. 150 
Vallejo, CA  94592-1133 
(707) 649-5453 
FAX: (707) 649-5493 

Contract # :  04-0120S4 

           Cty SF Rte 80 PM 12.7/13.2 

 File # 1 .25 B  

 

 

QUALITY ASSURANCE - NONCONFORMANCE REPORT 

Location: C-Trans  JOBSITE NCR  Date: 8-23-12  

Prime Contractor: MCM Construction NCR #009 

Submitting Contractor: Schwager Davis, Inc. (SDI) 

Type of problem: 

Welding   Concrete  Other  

Welding:  Curing:  Procedural:  Bridge No. 34-006 

Joint fit-up:  Coating:  Other:  Component: Pre-Stressed Tendon Bundles 

Procedural:  Procedural:  Shipped to jobsite without Orange Tag release. 

Description of Non-Conformance:  Low-relaxation type A416 7-wire strand tendon bundles were shipped to the 

jobsite without the supporting documentation prior to being tagged. Contractor did not provide a Certificate of 

Compliance (COC), QC logs with the nominal Area of the steel (A), or the Modulus of Elasticity (E) values. The 

following is the list of items shipped prior to tagging: 
Date Items shipped prior to tagging 

8/23/2012 142, 143, 146, 147, 149, 113, 118, 120, 130, 132, 114, 140, 148, 116, 134 

8/24/2012 112, 110, 136, 115, 117, 111, 107, 145, 108,109, 125, 127, 123, 144, 121 

8/25/2012 131, 128, 157, 156, 148, 105, 135, 137, 139, 141, 092, 090, 088, 086, 084 

8/27/2012 
199, 133, 098, 100, 102, 166, 165, 096, 085, 083, 167, 089, 094, 095, 093, 054, 056, 101, 091, 
087, 168, 164, 163, 162, 161 

8/28/2012 
055, 053, 062, 060, 057, 065, 064, 170, 046, 042, 004, 040, 038, 080, 082, 078, 160, 036, 031, 
172, 173, 051, 052, 010, 047, 081, 039, 037, 049, 079 

8/29/2012 
061, 012, 050, 048, 008, 035, 077, 175, 153, 151, 171, 177, 006, 007, 011, 075, 129, 058, 159, 
014, 016, 005, 045, 009, 003, 018, 028, 063, 030, 076, 074, 178, 155, 034 

8/30/2012 
073, 033, 031, 029, 027, 001, 065, 067, 076, 176, 179, 154, 150, 174, 069, 068, 169, 041, 017, 
022, 015, 013, 180, 181, 182, 002, 066, 072, 071, 151, 041 022, 150, 154, 031, 017, 033, 013, 
176, 015 

 

Applicable reference: Caltrans Standard Specifications Section 50-1.10: 

“No prefabricated tendons shall be shipped to the site without first having been released by the Engineer, and each 

tendon shall be tagged before shipment for identification purposes at the site. Unidentified tendons received at the 

site will be rejected.” 

 

Who discovered the problem: David Gray 

Name of individual from Contractor notified: Quality Control Contact (SDI) Stewart Smith 

Time and method of notification: Initial notification on 8-23-12 and upon each shipment date, verbally. 

Name of Caltrans Engineer notified: Aaron Prchlik 

Time and method of notification: Initial notification on 8-23-12 and upon each shipment date, verbally. 



 

 

QUALITY ASSURANCE - NONCONFORMANCE REPORT 
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1. Resident Engineer 2. Inspecting Branch Contract File 3. Responsible Branch Contract File (with supporting documentation) 
 

QC Inspector’s Name:  Stewart Smith 

Was the QC Inspector aware of problem:  Yes 

 

Contractor’s proposal to correct the problem: Contractor to provide resolution. 

 

Comments:  This report is for the purpose of determining general conformance with the contract documents and is 

not for the purpose of making repair or fit for purpose recommendations.  Should you require recommendations 

concerning repairs or remedial efforts please contact  Aaron Prchlik (510) 610-9822 who represents the Office of 

Structural Materials for your project. 

Inspected By:  David Gray Quality Assurance Inspector 

Reviewed By:  Ken Riley Lead QA Reviewer 

 



Schwager Davis, Inc.
198 Hillsdale Ave
San Jose, CA 95136 

Project:

To: SDI Job #: 510014

Contract # 04-0120S4

Attn: CC: File

Gentlemen,

         I certify that the materials listed below, supplied by Schwager Davis Inc. to the above project, are in 
accordance with Schwager Davis Inc. quality control standards and are in compliance to the plans and 
specifications.

Item No. Quantity Heat Number
1 182,000' see attached

Rudy Schmidt

Post Tensioning Strand 0.6"  - Tag Bundle 001 - 182

MCM Construction

Bridges  /  Post Tensioning  /  Transit  /  Special Projects  /  Structural Repair

Ship Date: 08/22/12

Chris Smith

        Tel: (408) 281-9300
        Fax: (408) 281-9301

        www.schwagerdavis.com

Description of Material

Certificate of Compliance

YBI Transition

Date
08/22/12

See attached Pre-Fabrication Work Sheets - Ref SDI Doc # 0510014-IF-100 



SDI DOC#: 0510014‐IF‐100 REV. 1

001 7‐18‐12 940 13 3 0.219 28 0.657 84

3 0.219 28 0.657 84

3 0.219 28 0.657 84

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810006623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87483‐1 810006650

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006650

810004167

87483‐3

83774‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

87483‐2

87481‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

002 7/18/12 940 13 3 0.219 28 0.657 84

3 0.219 28 0.657 84

3 0.219 28 0.657 84

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810006623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87483‐1 810006650

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006650

810004167

87483‐3

83774‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

87483‐2

87481‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

003 7/19/12 940 13 3 0.219 28 0.657 84

3 0.219 28 0.657 84

3 0.219 28 0.657 84

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006696

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87483‐1 810006650

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006650

810004167

87483‐3

83774‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

87481‐2

87483‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

004 7/19/12 940 13 3 0.219 28 0.657 84

2 0.219 28 0.438 56

3 0.219 28 0.657 84

3 0.219 28 0.657 84

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810007230

810004113

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐2 810006650

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006696

810006650

87481‐2

87483‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89484‐2

83764‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

005 7/19/12 940 13 5 0.219 28 1.095 140

4 0.219 28 0.876 112

4 0.219 28 0.876 112

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83764‐5 810004113

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810007230

87482‐2

89484‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE



SDI DOC#: 0510014‐IF‐100 REV. 1

006 7/20/12 940 13 2 0.219 28 0.438 56

2 0.219 28 0.438 56

3 0.219 28 0.657 84

2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810007230

810006623

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83764‐5 810004113

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006650

810004139

87483‐4

83790‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89484‐2

87482‐2

87483‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

007 7/20/12 940 13 3 0.219 28 0.657 84

3 0.219 28 0.657 84

3 0.219 28 0.657 84

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004139

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐3 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006625

810006650

89483‐1

87483‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83790‐2

87483‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

008 7/20/12 940 13 3 0.219 28 0.657 84

3 0.219 28 0.657 84

3 0.219 28 0.657 84

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004139

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐3 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006625

810006650

89483‐1

87483‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83790‐2

87483‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

009 7/23/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

3 0.219 28 0.657 84

3 0.219 28 0.657 84

3 0.219 28 0.657 84

1 0.219 28 0.219 28

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

83790‐2

87483‐4

83776‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

87482‐3 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006625

810006650

89483‐1

87483‐5

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

810004139

810006650

810004167

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

010 7/23/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810004168

810007229

810006625

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84393‐5 850006763

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004113

810004167

83764‐4

83776‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89483‐3

87479‐4

83775‐3

84396‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

011 7/23/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810004168

810007229

810006625

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84393‐5 850006763

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004113

810004167

83764‐4

83776‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89483‐3

87479‐4

83775‐3

84396‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

012 7/23/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810004168

810007229

810006625

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84393‐5 850006763

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004113

810004167

83764‐4

83776‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89483‐3

87479‐4

83775‐3

84396‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

013 7/23/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810004168

810007229

810006625

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84393‐5 850006763

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004113

810004167

83764‐4

83776‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89483‐3

87479‐4

83775‐3

84396‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

014 7/23/12 940 13 1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

0.219 28

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

810004167

810004181

810006999

STRAND AREA   
(by pack)

810004182

810006650

810004168

810007229

850004015

810004179

810006625

83757‐2

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84393‐5 850006763

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004113

810004167

83764‐4

83776‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83774‐4

83756‐2

84392‐2

89483‐3

87479‐4

83799‐6

83775‐3

83802‐2

84396‐5



SDI DOC#: 0510014‐IF‐100 REV. 1

015 7/24/12 940 13 2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

1 0.219 28 0.219 28

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004167

810004181

810006999

810004167

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83757‐2 810004182

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

850004015

810004179

83802‐2

83799‐6

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83776‐3

83774‐4

83756‐2

84392‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

016 7/24/12 940 13 2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

1 0.219 28 0.219 28

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004167

810004181

810006999

810004167

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83757‐2 810004182

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

850004015

810004179

83802‐2

83799‐6

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83776‐3

83774‐4

83756‐2

84392‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

017 7/24/12 940 13 2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

1 0.219 28 0.219 28

0.219 28

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004167

810004181

810006999

810004167

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83757‐2 810004182

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

850004015

810004179

83802‐2

83799‐6

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83776‐3

83774‐4

83756‐2

84392‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

018 7/24/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004182

810004179

810006999

810004181

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83774‐4 810004167

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

850004015

810004181

83802‐2

83756‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83756‐2

83757‐2

83799‐6

84392‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

022 7/25/12 940 13 2 0.219 28 0.438 56

1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

850004000

810004182

850004000

810007187

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83794‐6 850004015

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

81000418

87476‐4

83756‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

84394‐6

83803‐4

83757‐3

83803‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

027 7/26/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810007229

810004167

810006409

810007187

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83803‐6 850004000

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810004113

87482‐4

83772‐7

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

84394‐3

84396‐6

83776‐5

87477‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

028 7/26/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004113

850006763

810004167

810006623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐1 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810004168

87482‐4

83775‐1

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

82207‐2

83772‐4

84393‐4

83776‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

029 7/26/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004113

850006763

810004167

810006623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐1 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810004168

87482‐4

83775‐1

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

82207‐2

83772‐4

84393‐4

83776‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

030 7/27/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004113

850006763

810004167

810006623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐1 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810004168

87482‐4

83775‐1

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

82207‐2

83772‐4

84393‐4

83776‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

031 7/27/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004113

850006763

810004167

810006623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87482‐1 810006623

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810004168

87482‐4

83775‐1

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

82207‐2

83772‐4

84393‐4

83776‐2



SDI DOC#: 0510014‐IF‐100 REV. 1

033 7/28/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810006049

810004168

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84395‐3 810006049

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810006650

87482‐4

89482‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89484‐3

87479‐5

84395‐2

83775‐6



SDI DOC#: 0510014‐IF‐100 REV. 1

034 7/28/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810006049

810004168

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84395‐3 810006049

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810006650

87482‐4

89482‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89484‐3

87479‐5

84395‐2

83775‐6



SDI DOC#: 0510014‐IF‐100 REV. 1

035 7/28/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810006049

810004168

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84395‐3 810006049

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006623

810006650

87482‐4

89482‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89484‐3

87479‐5

84395‐2

83775‐6



SDI DOC#: 0510014‐IF‐100 REV. 1

036 7/28/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810006650

810006049

810004168

810006650

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

84395‐3 810006049

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810006650

84392‐4

89482‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

89484‐3

87479‐5

84395‐2

83775‐6



SDI DOC#: 0510014‐IF‐100 REV. 1

037 7/28/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004138

850003983

810007229

810004113

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83760‐2 810004141

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810007230

84392‐4

89482‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83772‐5

83796‐1

83797‐2

84396‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

038 7/30/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004138

850003983

810007229

810004113

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83760‐2 810004141

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810007230

84392‐4

89482‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83772‐5

83796‐1

83797‐2

84396‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

039 7/30/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004138

850003983

810007229

810004113

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83760‐2 810004141

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810007230

84392‐4

89482‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83772‐5

83796‐1

83797‐2

84396‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

040 7/30/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004138

850003983

810007229

810004113

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83760‐2 810004141

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810007230

84392‐4

89482‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83772‐5

83796‐1

83797‐2

84396‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

041 7/30/12 940 13 1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

810004182

850004015

810004139

STRAND AREA   
(by pack)

850004015

810004138

850003983

810007229

810007230

850004000

810004113

83802‐5

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83760‐2 810004141

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810007230

84392‐4

89482‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83757‐4

83802‐1

83801‐7

83772‐5

83796‐1

83803‐2

83797‐2

89483‐2

84396‐4



SDI DOC#: 0510014‐IF‐100 REV. 1

042 7/30/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

850004015

810004182

850004015

810004139

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83803‐2 850004000

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810006999

810007230

84392‐4

89483‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83801‐7

83802‐5

83757‐4

83802‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

045 7/31/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

850004015

810004182

850004015

810004139

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

83803‐2 850004000

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810007230

83756‐1

89483‐2

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83801‐7

83802‐5

83757‐4

83802‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

046 7/31/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004115

810004113

850004015

810004159

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87477‐5 810006409

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004168

83756‐1

83775‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83763‐5

83765‐5

83772‐3

83802‐7



SDI DOC#: 0510014‐IF‐100 REV. 1

047 7/31/21 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004115

810004113

850004015

810004159

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87477‐5 810006409

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004168

83756‐1

83775‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83763‐5

83765‐5

83772‐3

83802‐7



SDI DOC#: 0510014‐IF‐100 REV. 1

048 7/31/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004115

810004113

850004015

810004159

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87477‐5 810006409

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004168

83756‐1

83775‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83763‐5

83765‐5

83772‐3

83802‐7



SDI DOC#: 0510014‐IF‐100 REV. 1

049 7/31/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

2 0.219 28 0.438 56

0.219 28.00

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

810004115

810004113

850004015

810004159

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87477‐5 810006409

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004168

83756‐1

83775‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

83763‐5

83765‐5

83772‐3

83802‐7



SDI DOC#: 0510014‐IF‐100 REV. 1

050 7/31/12 940 13 1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.219 28 0.219 28

1 0.218 28.2 0.218 28.2

1 0.220 28 0.22 28

1 0.220 28.4 0.22 28.4

1 0.220 28 0.22 28

1 0.218 28.5 0.218 28.5

0.219 28.08

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

929487

929498

928840

STRAND AREA   
(by pack)

929498

810004115

810004113

850004015

810004139

929529

810004159

055451

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

87477‐5 810006409

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004168

83756‐1

83775‐5

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055573

055450

055586

83763‐5

83765‐5

055507

83772‐3

83798‐3

83802‐7



SDI DOC#: 0510014‐IF‐100 REV. 1

051 8/1/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.220 28.4 0.44 56.8

2 0.220 28 0.44 56

2 0.218 28.5 0.436 57

0.219 28.17

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929498

929487

929498

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055507 929529

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004139

83756‐1

83798‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055586

055451

055573

055450



SDI DOC#: 0510014‐IF‐100 REV. 1

052 8/1/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.220 28.4 0.44 56.8

2 0.220 28 0.44 56

2 0.218 28.5 0.436 57

0.219 28.17

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929498

929487

929498

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055507 929529

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004139

83756‐1

83798‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055586

055451

055573

055450



SDI DOC#: 0510014‐IF‐100 REV. 1

053 8/1/12 940 13 1 0.219 28 0.219 28

2 0.219 28 0.438 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.220 28.4 0.44 56.8

2 0.220 28 0.44 56

2 0.218 28.5 0.436 57

0.219 28.17

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929498

929487

929498

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055507 929529

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

810004181

810004139

83756‐1

83798‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055586

055451

055573

055450



SDI DOC#: 0510014‐IF‐100 REV. 1

054 8/1/12 940 13 1 0.218 28.2 0.218 28.2

2 0.219 28 0.438 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.220 28.4 0.44 56.8

2 0.220 28 0.44 56

2 0.218 28.5 0.436 57

0.219 28.18

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929498

929487

929498

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055507 929529

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

810004139

055499

83798‐3

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055586

055451

055573

055450



SDI DOC#: 0510014‐IF‐100 REV. 1

055 8/2/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.220 28.2 0.44 56.4

0.219 28.14

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929529

929498

929529

929529

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055458 929498

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

055499

055476

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055503

055510

055457

055477



SDI DOC#: 0510014‐IF‐100 REV. 1

056 8/2/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.219 28.14

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929529

929498

929529

929529

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055458 929498

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

055499

055476

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055503

055510

055457

055477



SDI DOC#: 0510014‐IF‐100 REV. 1

057 8/2/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.219 28.14

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055503

055510

055457

055477

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055458 929498

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

055499

055476

929529

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

929498

929529

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

058 8/2/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.220 28 0.44 56

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.219 28.14

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055503

055510

055457

055477

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055458 929498

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

055499

055476

STRAND AREA   
(by pack)

929529

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

929498

929529



SDI DOC#: 0510014‐IF‐100 REV. 1

060 8/2/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.218 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055481

055482

055471

055508

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055473 929529

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

055499

055475

STRAND AREA   
(by pack)

929529

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

929529

929529



SDI DOC#: 0510014‐IF‐100 REV. 1

061 8/3/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.218 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929529

929529

055473 929529

929529

929529

055499

055475

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055481

055482

055471

055508



SDI DOC#: 0510014‐IF‐100 REV. 1

062 8/3/12 940 13 1 0.218 28.2 0.218 28.2

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.218 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055481

055482

055471

055508

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055473 929529

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929529

929529

055499

055475

STRAND AREA   
(by pack)

929529

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

929529

929529



SDI DOC#: 0510014‐IF‐100 REV. 1

063 8/3/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

0.219 28.21

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929529

929529

055473 929529

929529

929529

38

055475

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

929529

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055481

055482

055471

055508



SDI DOC#: 0510014‐IF‐100 REV. 1

064 8/3/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.222 28.25

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

2

055480

12

10

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055474 929529

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

929529

38

055513

STRAND AREA   
(by pack)

SA77633

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

SA62151

SA77636



SDI DOC#: 0510014‐IF‐100 REV. 1

065 8/3/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.222 28.25

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77635

SA77633

055474 929529

929529

SA62151

38

055513

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

929529

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

2

055480

12

10



SDI DOC#: 0510014‐IF‐100 REV. 1

066 8/3/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.222 28.25

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

2

055480

12

10

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055474 929529

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

929529

38

055513

STRAND AREA   
(by pack)

SA77633

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

SA62151

SA77635



SDI DOC#: 0510014‐IF‐100 REV. 1

067 8/3/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.218 28.2 0.436 56.4

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.222 28.25

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77635

SA77633

055474 929529

929529

SA62151

38

055513

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

929529

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

2

055480

12

10



SDI DOC#: 0510014‐IF‐100 REV. 1

068 8/3/12 940 13 1 0.226 28.3 0.226 28.3

1 0.218 28.2 0.218 28.2

1 0.218 28.2 0.218 28.2

1 0.218 28.2 0.218 28.2

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

13

0.112 14.14

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

2

055480

51

12

49

10

63

75

42

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055474 929529

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

929529

38

055513

STRAND AREA   
(by pack)

SA77653

SA77633

48

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

SA62151

SA77635

SA77626

SA77626

SA22071

SA77657

SA77623



SDI DOC#: 0510014‐IF‐100 REV. 1

069 8/4/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

13

0.113 14.15

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77657

SA77623

51 SA77653

SA77626

S77071

38

49

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

SA77626

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

42

48

63

75



SDI DOC#: 0510014‐IF‐100 REV. 1

071 8/4/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77657

SA77623

51 SA77653

SA77626

SA62151

38

49

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77623

SSA77626

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

42

48

13

75



SDI DOC#: 0510014‐IF‐100 REV. 1

072 8/4/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

42

48

13

75

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

51 SA77653

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA77626

1

49

STRAND AREA   
(by pack)

SA77623

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA77626

SA62151

SA77657



SDI DOC#: 0510014‐IF‐100 REV. 1

073 8/4/12 940 13 1 0.226 28.3 0.226 28.3

3 0.226 28.3 0.678 84.9

9 0.226 28.3 2.034 254.7

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

26 SA77658

1

13

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA62151

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE



SDI DOC#: 0510014‐IF‐100 REV. 1

074 8/6/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

67

61

22

6

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

29 SA62150

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA77626

1

50

STRAND AREA   
(by pack)

SA32888

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA22071

SA77647

SA77636



SDI DOC#: 0510014‐IF‐100 REV. 1

075 8/6/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77636

SA32888

29 SA62150

SA22071

SA77647

1

50

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA77626

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

67

61

22

6



SDI DOC#: 0510014‐IF‐100 REV. 1

076 8/6/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

67

61

22

6

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

29 SA62150

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA77626

1

50

STRAND AREA   
(by pack)

SA32888

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA22071

SA77647

SA77636



SDI DOC#: 0510014‐IF‐100 REV. 1

077 8/6/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77636

SA32888

29 SA62150

SA22071

SA77647

1

50

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA77626

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

67

61

22

6



SDI DOC#: 0510014‐IF‐100 REV. 1

078 8/6/12 940 13 1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

67

61

60

22

15

6

19

58

21

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

29 SA62150

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA77633

SA77626

1

50

STRAND AREA   
(by pack)

SA60601

SA32888

17

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA22071

SA77647

SA77636

SA62151

SA77633

SA77633

SA60601

SA77647



SDI DOC#: 0510014‐IF‐100 REV. 1

079 8/7/12 940 13 2 0.226 28.3 0.452 56.6

1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA360601

SA77647

60 SA30301

SA77633

SA77633

15

1

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA62151

SA77633

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

21

17

19

58



SDI DOC#: 0510014‐IF‐100 REV. 1

080 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

21

17

19

58

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

60 SA30301

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA62151

SA77633

15

1

STRAND AREA   
(by pack)

SA77647

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA77633

SA77633

SA360601



SDI DOC#: 0510014‐IF‐100 REV. 1

081 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA360601

SA77647

60 SA30301

SA77633

SA77633

3

1

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA326953

SA77633

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

21

17

19

58



SDI DOC#: 0510014‐IF‐100 REV. 1

082 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

21

17

19

58

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

60 SA30301

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA326953

SA77633

3

1

STRAND AREA   
(by pack)

SA77647

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA77633

SA77633

SA360601



SDI DOC#: 0510014‐IF‐100 REV. 1

083 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77633

SA37365

53 SA77653

SA77636

SA77646

3

43

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA326953

SA77646

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

4

8

45

16



SDI DOC#: 0510014‐IF‐100 REV. 1

084 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

4

8

45

16

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

53 SA77653

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA326953

SA77646

3

43

STRAND AREA   
(by pack)

SA37365

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA77636

SA77646

SA77633



SDI DOC#: 0510014‐IF‐100 REV. 1

085 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77633

SA37365

53 SA77653

SA77636

SA77646

3

43

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA326953

SA77646

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

4

8

45

16



SDI DOC#: 0510014‐IF‐100 REV. 1

086 8/7/12 940 13 1 0.226 28.3 0.226 28.3

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

4

8

45

16

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

53 SA77653

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA37365

SA77646

1

43

STRAND AREA   
(by pack)

SA37365

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

SA77636

SA77646

SA77633



SDI DOC#: 0510014‐IF‐100 REV. 1

087 8/7/12 940 13 2 0.226 28.3 0.452 56.6

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

0.222 28.35

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

2010906510

2010906500

STRAND AREA   
(by pack)

2010906510

SA77633

2010906510

2010896610

2010906510

53 SA77653

SA77636

SA77646

1

43

B309AA0076

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA37365

SA77646

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA0087

B309AA070

B307AA0080

8

B309AA0067

45

B309AA079

16



SDI DOC#: 0510014‐IF‐100 REV. 1

088 8/8/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

0.219 28.39

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

B309AA070

B309AA0067

B309AA0076

B309AA0087

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA079 2010906510

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA37365

2010906510

1

B307AA0080

STRAND AREA   
(by pack)

2010906500

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

2010896610

2010906510

2010906510



SDI DOC#: 0510014‐IF‐100 REV. 1

089 8/8/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

0.219 28.39

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

2010906510

2010906500

B309AA079 2010906510

2010896610

2010906510

1

B307AA0080

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA37365

2010906510

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA070

B309AA0067

B309AA0076

B309AA0087



SDI DOC#: 0510014‐IF‐100 REV. 1

090 8/8/12 940 13 1 0.226 28.3 0.226 28.3

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

0.219 28.39

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

B309AA070

B309AA0067

B309AA0076

B309AA0087

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA079 2010906510

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA32341

2010906510

3

B307AA0080

STRAND AREA   
(by pack)

2010906500

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

2010896610

2010906510

2010906510



SDI DOC#: 0510014‐IF‐100 REV. 1

091 8/8/12 940 13 3 0.226 28.3 0.678 84.9

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

1 0.218 28.4 0.218 28.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

1 0.218 28.4 0.218 28.4

0.220 28.38

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

2010906510

2010906500

B309AA079 2010906510

2010896610

2010906510

3

B307AA0080

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA32341

2010906510

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA070

B309AA0067

B309AA0076

B309AA0087



SDI DOC#: 0510014‐IF‐100 REV. 1

092 8/8/12 940 13 1 0.218 28.4 0.218 28.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.220 28.4 0.44 56.8

0.218 28.40

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055515

B309AA086

B309AA065

B309AA069

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA0082 2010906520

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

2010906500

2010906520

B309AA068

B309AA0084

STRAND AREA   
(by pack)

929487

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

2010906520

2010896610

2010906500



SDI DOC#: 0510014‐IF‐100 REV. 1

094 8/8/12 940 13 1 0.218 28.4 0.218 28.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.220 28.4 0.44 56.8

0.218 28.40

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055515

B309AA086

B309AA065

B309AA069

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA0082 2010906520

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

2010906500

2010906520

B309AA068

B309AA0084

STRAND AREA   
(by pack)

929487

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

2010906520

2010896610

2010906500



SDI DOC#: 0510014‐IF‐100 REV. 1

093 8/8/12 940 13 1 0.218 28.4 0.218 28.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.220 28.4 0.44 56.8

0.218 28.40

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

2010906500

929487

B309AA0082 2010906520

2010906520

2010896610

B309AA068

B309AA0084

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

2010906500

2010906520

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055515

B309AA086

B309AA065

B309AA069



SDI DOC#: 0510014‐IF‐100 REV. 1

095 8/9/12 940 13 1 0.218 28.4 0.218 28.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.220 28.4 0.44 56.8

0.218 28.40

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

2010906500

929487

B309AA0082 2010906520

2010906520

2010896610

B309AA068

B309AA0084

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

2010906500

2010906520

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055515

B309AA086

B309AA065

B309AA069



SDI DOC#: 0510014‐IF‐100 REV. 1

096 8/9/12 940 13 2 0.218 28.4 0.436 56.8

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.220 28.4 0.22 28.4

1 0.220 28.4 0.22 28.4

1 0.218 28.2 0.218 28.2

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

1 0.218 28.4 0.218 28.4

0.218 28.38

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055515

B309AA086

055518

B309AA065

055582

B309AA073

B309AA0064

B309AA085

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

B309AA0082 2010906520

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

2010906500

2010906520

B309AA068

B309AA0084

STRAND AREA   
(by pack)

929529

929487

B309AA083

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

2010906520

2010896610

928840

2010906520

2010906500

2010896610

2010906520



SDI DOC#: 0510014‐IF‐100 REV. 1

098 8/9/12 940 13 1 0.218 28.4 0.218 28.4

2 0.220 28.4 0.44 56.8

2 0.218 28.2 0.436 56.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

0.218 28.37

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

B309AA0064

055518

B309AA083

B309AA085

B309AA073

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055582 928840

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

2010906500B309AA068

STRAND AREA   
(by pack)

2010896610

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929529

2010906520

2010906500

2010906520



SDI DOC#: 0510014‐IF‐100 REV. 1

100 8/10/12 940 13 2 0.220 28 0.44 56

2 0.220 28.4 0.44 56.8

2 0.218 28.2 0.436 56.4

2 0.218 28.4 0.436 56.8

1 0.218 28.4 0.218 28.4

2 0.218 28.4 0.436 56.8

2 0.218 28.4 0.436 56.8

0.219 28.31

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

B309AA085

B309AA083

B309AA073

B309AA0064

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055518 929529

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929498

928840

055459

055582

STRAND AREA   
(by pack)

2010906520

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

2010906520

2010906500

2010896610



SDI DOC#: 0510014‐IF‐100 REV. 1

101 8/10/12 940 13 1 0.220 28 0.22 28

2 0.219 28.2 0.438 56.4

2 0.218 28.3 0.436 56.6

2 0.218 28.1 0.436 56.2

2 0.220 28.4 0.44 56.8

2 0.218 28.3 0.436 56.6

2 0.220 28 0.44 56

0.219 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S521412

929498

S327789 S521312

S506212

929487

055459

S327742

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929498

S505912

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055469

S327760

055572

S327296



SDI DOC#: 0510014‐IF‐100 REV. 1

102 8/10/12 940 13 1 0.220 28 0.22 28

2 0.219 28.2 0.438 56.4

2 0.218 28.3 0.436 56.6

2 0.218 28.1 0.436 56.2

2 0.220 28.4 0.44 56.8

2 0.218 28.3 0.436 56.6

2 0.220 28 0.44 56

0.219 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055469

S327760

055572

S327296

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327789 S521312

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929498

S505912

055459

S327742

STRAND AREA   
(by pack)

929498

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S506212

929487

S521412



SDI DOC#: 0510014‐IF‐100 REV. 1

105 8/10/12 940 13 1 0.220 28 0.22 28

1 0.219 28.2 0.219 28.2

1 0.218 28.3 0.218 28.3

1 0.218 28.1 0.218 28.1

1 0.220 28.4 0.22 28.4

1 0.218 28.3 0.218 28.3

1 0.220 28 0.22 28

1 0.218 28.5 0.218 28.5

1 0.220 28.4 0.22 28.4

1 0.220 28.4 0.22 28.4

1 0.218 28.5 0.218 28.5

1 0.218 28.5 0.218 28.5

1 0.218 28.5 0.218 28.5

0.219 28.32

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

928840

928840

928840

STRAND AREA   
(by pack)

929487

S521412

928840

929487

929498

S327789 S521312

S506212

929487

055459

S327742

055569

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

929498

S505912

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055532

055533

055548

055469

S327760

055598

055572

055547

S327296



SDI DOC#: 0510014‐IF‐100 REV. 1

107 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

13

0.109 14.27

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

055598 929487

929487

928840

S327737

055547

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

928840

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055548

055569

055532

055533



SDI DOC#: 0510014‐IF‐100 REV. 1

108 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055548

055569

055532

055533

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055598 929487

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

928840

S327737

055547

STRAND AREA   
(by pack)

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

929487

928840

928840



SDI DOC#: 0510014‐IF‐100 REV. 1

109 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

055598 929487

929487

928840

S327737

055547

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

928840

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055548

055569

055532

055533



SDI DOC#: 0510014‐IF‐100 REV. 1

110 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055549

055557

055621

055546

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055529 928840

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

929487

S327737

055600

STRAND AREA   
(by pack)

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

928840

929487

928840



SDI DOC#: 0510014‐IF‐100 REV. 1

111 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

055529 928840

928840

929487

S327737

055600

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

929487

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055549

055557

055621

055546



SDI DOC#: 0510014‐IF‐100 REV. 1

112 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

055549

055557

055621

055546

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055529 928840

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

929487

S327737

055600

STRAND AREA   
(by pack)

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

928840

929487

928840



SDI DOC#: 0510014‐IF‐100 REV. 1

113 8/13/12 940 13 1 0.216 29.3 0.216 29.3

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

055529 928840

928840

929487

S327737

055600

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND E‐
MODULUS     

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

929487

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055549

055557

055621

055546



SDI DOC#: 0510014‐IF‐100 REV. 1

114 8/13/12 940 13 3 0.219 29.3 0.657 87.9

1 0.220 28.4 0.22 28.4

1 0.218 28.5 0.218 28.5

1 0.220 28.4 0.22 28.4

1 0.218 28.5 0.218 28.5

1 0.216 29.3 0.216 29.3

1 0.216 29.3 0.216 29.3

1 0.218 28.5 0.218 28.5

1 0.218 28.5 0.218 28.5

1 0.216 29.3 0.216 29.3

1 0.218 28.5 0.218 28.5

0.218 28.85

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

S327727D

055557

055562

055621

S327729

055546

S327759

055531

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE STRAND E‐

MODULUS     
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S505912

929487

S327737

055600

STRAND AREA   
(by pack)

928840

S521912

055564

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

928840

929487

928840

S505912

928840

S506212

928840



SDI DOC#: 0510014‐IF‐100 REV. 1

115 8/14/12 940 13 2 0.216 29.3 0.432 58.6

2 0.216 29.3 0.432 58.6

2 0.216 29.3 0.432 58.6

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

1 0.216 29.3 0.216 29.3

2 0.218 28.5 0.436 57

0.217 28.93

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

S506212

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S327729 S505912

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S506212

S505912

S327747

S327727D

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055531

055562

055564

S327759



SDI DOC#: 0510014‐IF‐100 REV. 1

116 8/14/12 940 13 1 0.216 29.3 0.216 29.3

2 0.216 29.3 0.432 58.6

2 0.216 29.3 0.432 58.6

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.216 29.3 0.432 58.6

2 0.218 28.5 0.436 57

0.217 28.93

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

S506212

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S327729 S505912

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S506212

S505912

S327747

S327727D

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055531

055562

055564

S327759



SDI DOC#: 0510014‐IF‐100 REV. 1

117 8/14/12 940 13 1 0.216 29.3 0.216 29.3

2 0.216 29.3 0.432 58.6

2 0.216 29.3 0.432 58.6

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.216 29.3 0.432 58.6

2 0.218 28.5 0.436 57

0.217 28.93

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

S506212

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S327729 S505912

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S506212

S505912

S327747

S327727D

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055531

055562

055564

S327759



SDI DOC#: 0510014‐IF‐100 REV. 1

118 8/14/12 940 13 1 0.216 29.3 0.216 29.3

2 0.216 29.3 0.432 58.6

2 0.216 29.3 0.432 58.6

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.216 29.3 0.432 58.6

1 0.218 28.5 0.218 28.5

1 0.218 28.5 0.218 28.5

0.217 28.93

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

S506212

928840

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S327729 S505912

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S506212

S505912

S327747

S327727D

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055531

055562

055564

055544

S327759



SDI DOC#: 0510014‐IF‐100 REV. 1

120 8/15/12 940 13 1 0.218 28.5 0.218 28.5

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

0.219 28.45

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

928840

929487

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055615 929487

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

928840

929487

055544

055596

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055577

055526

055538

055536



SDI DOC#: 0510014‐IF‐100 REV. 1

121 8/15/12 940 13 1 0.218 28.5 0.218 28.5

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.220 28.4 0.44 56.8

0.219 28.45

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

928840

928840

929487

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055615 929487

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

928840

929487

055544

055596

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055577

055526

055538

055536



SDI DOC#: 0510014‐IF‐100 REV. 1

123 8/15/12 940 13 3 0.218 28.5 0.654 85.5

1 0.220 28.4 0.22 28.4

1 0.220 28.4 0.22 28.4

1 0.218 28.5 0.218 28.5

1 0.220 28.4 0.22 28.4

1 0.221 28.3 0.221 28.3

1 0.218 28.5 0.218 28.5

1 0.223 28.1 0.2228 28.1

1 0.220 28.4 0.22 28.4

1 0.223 28 0.223 28

1 0.223 28.1 0.2226 28.1

0.220 28.35

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

S233802

S321701

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

928840

929487

055544

055596

055589 929487

S372681

055615 929487

055536

055577

055565 928840

S322208

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

STRAND AREA   
(by pack)

S234568

S233368

928840

929487

S321582

S233786



SDI DOC#: 0510014‐IF‐100 REV. 1

125 8/15/12 940 13 1 0.222 28 0.222 28

2 0.221 28.3 0.221 28.3

2 0.218 28.5 0.218 28.5

2 0.223 28.1 0.2228 28.1

2 0.220 28.4 0.22 28.4

2 0.223 28 0.223 28

2 0.223 28.1 0.2226 28.1

0.221 28.22

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S234568

929487

S233802

S233786

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055565 928840

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

S233368

S321669

S321582

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S321701

S322208

055589

S372681



SDI DOC#: 0510014‐IF‐100 REV. 1

127 8/16/21 940 13 1 0.222 28 0.222 28

2 0.221 28.3 0.221 28.3

2 0.218 28.5 0.218 28.5

2 0.223 28.1 0.2228 28.1

2 0.220 28.4 0.22 28.4

2 0.223 28 0.223 28

2 0.223 28.1 0.2226 28.1

0.221 28.22

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S234568

929487

S233802

S233786

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

055565 928840

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

S233368

S321669

S321582

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S321701

S322208

055589

S372681



SDI DOC#: 0510014‐IF‐100 REV. 1

128 8/16/21 940 13 1 0.222 28 0.222 28

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

0.221 28

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

SA77633

928840

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8682 710003032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

710002900

S321669

8155

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

36

055556

18

055553



SDI DOC#: 0510014‐IF‐100 REV. 1

129 8/16/21 940 13 1 0.222 28 0.222 28

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

0.221 28.03

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

SA77633

928840

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8682 710003032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

710002900

S321669

8155

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

36

055556

18

055553



SDI DOC#: 0510014‐IF‐100 REV. 1

130 8/16/21 940 13 1 0.222 28 0.222 28

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

0.221 28.03

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

SA77633

928840

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8682 710003032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

710002900

S321669

8155

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

36

055556

18

055553



SDI DOC#: 0510014‐IF‐100 REV. 1

131 8/16/21 940 13 1 0.222 28 0.222 28

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

2 0.218 28.5 0.436 57

2 0.226 28.3 0.452 56.6

0.221 28

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

928840

SA77633

928840

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8682 710003032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

710002900

S321669

8155

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

36

055556

18

055553



SDI DOC#: 0510014‐IF‐100 REV. 1

132 8/16/21 940 13 1 0.222 28 0.222 28

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.218 28.5 0.218 28.5

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.220 27.3 0.22 27.3

1 0.216 28.1 0.216 28.1

1 0.220 27.3 0.22 27.3

1 0.220 28.4 0.22 28.4

1 0.220 28.4 0.22 28.4

1 0.218 28.5 0.218 28.5

1 0.218 28.5 0.218 28.5

0.220 28.02

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

929487

929487

928840

928840

STRAND AREA   
(by pack)

710003034

928840

SA77633

710002900

921170

SA62151

8716

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8682 710003032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233784

710002900

S321669

8155

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055612

055578

055592

055559

36

055556

054919

18

8151



SDI DOC#: 0510014‐IF‐100 REV. 1

133 8/17/12 940 13 1 0.220 27.3 0.22 27.3

2 0.216 28.1 0.432 56.2

2 0.220 27.3 0.44 54.6

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.219 28.13

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929487

929487

928840

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8716 710003034

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

921170

8151

054919

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055559

055612

055578

055592



SDI DOC#: 0510014‐IF‐100 REV. 1

134 8/17/12 940 13 1 0.220 27.3 0.22 27.3

2 0.216 28.1 0.432 56.2

2 0.220 27.3 0.44 54.6

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.218 28.15

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929487

929487

928840

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8716 710003034

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

921170

8151

054919

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055559

055612

055578

055592



SDI DOC#: 0510014‐IF‐100 REV. 1

135 8/17/12 940 13 1 0.220 27.3 0.22 27.3

2 0.216 28.1 0.432 56.2

2 0.220 27.3 0.44 54.6

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.219 28.13

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929487

929487

928840

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8716 710003034

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

921170

8151

054919

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055559

055612

055578

055592



SDI DOC#: 0510014‐IF‐100 REV. 1

136 8/17/12 940 13 2 0.220 27.3 0.44 54.6

1 0.216 28.1 0.216 28.1

2 0.220 27.3 0.44 54.6

2 0.220 28.4 0.44 56.8

2 0.220 28.4 0.44 56.8

2 0.218 28.5 0.436 57

2 0.218 28.5 0.436 57

0.219 28.07

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

929487

929487

928840

928840

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8716 710003034

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

921170

8151

054919

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

055559

055612

055578

055592



SDI DOC#: 0510014‐IF‐100 REV. 1

137 8/18/12 940 13 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

0.220 27.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

710001218

710001218

710003032

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

26 909813

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

1001635

8151

13

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

8672

8171

8175

8188



SDI DOC#: 0510014‐IF‐100 REV. 1

139 8/18/12 940 13 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

0.220 27.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

710001218

710001218

710003032

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

26 909813

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

1001635

8151

13

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

8672

8171

8175

8188



SDI DOC#: 0510014‐IF‐100 REV. 1

140 8/18/12 940 13 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

0.220 27.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

710001218

710001218

710003032

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

26 909813

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710003034

1001635

8702

13

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

8672

8171

8175

8188



SDI DOC#: 0510014‐IF‐100 REV. 1

141 8/18/12 940 13 1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.220 27.3 0.22 27.3

1 0.219 28.9 0.219 28.9

1 0.220 28.4 0.22 28.4

1 0.216 28.1 0.216 28.1

0.220 27.57

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

GS07289801

S247210

921170

STRAND AREA   
(by pack)

710001218

710001218

710001218

710001218

710003032

710001218

710003032

8192

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

26 909813

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710003034

1001635

8702

13

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107641

S373646

054927

8672

8171

8178

8175

8670

8188



SDI DOC#: 0510014‐IF‐100 REV. 1

142 8/20/12 940 13 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.216 28.1 0.432 56.2

0.219 27.84

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

GS07289801

S247210

921170

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8178 710001218

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710003034

71113032

8702

8670

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

054927

8192

1107641

S373646



SDI DOC#: 0510014‐IF‐100 REV. 1

143 8/20/12 940 13 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.216 28.1 0.432 56.2

0.219 27.84

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

GS07289801

S247210

921170

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8178 710001218

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710003034

71113032

8702

8670

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

054927

8192

1107641

S373646



SDI DOC#: 0510014‐IF‐100 REV. 1

144 8/20/12 940 13 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.216 28.1 0.432 56.2

0.219 27.84

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

GS07289801

S247210

921170

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8178 710001218

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710003034

71113032

8702

8670

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

054927

8192

1107641

S373646



SDI DOC#: 0510014‐IF‐100 REV. 1

145 8/20/12 940 13 4 0.220 27.3 0.88 109.2

2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

1 0.220 27.3 0.22 27.3

2 0.219 28.9 0.438 57.8

1 0.220 28.4 0.22 28.4

1 0.216 28.1 0.216 28.1

0.220 27.69

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

710001218

GS07289801

S247210

921170

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

8178 710001218

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710003034

71113032

8702

8670

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

054927

8192

1107641

S373646



SDI DOC#: 0510014‐IF‐100 REV. 1

146 8/20/12 940 13 1 0.219 28.9 0.219 28.9

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

2 0.219 28.9 0.438 57.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

0.222 28.62

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

GS07289801

SA77635

SA62146

GS07289801

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

1107503 GS07289701

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289801

SA62150

1107784

99

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107747

1107810

9

83



SDI DOC#: 0510014‐IF‐100 REV. 1

147 8/21/12 940 13 1 0.219 28.9 0.219 28.9

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

2 0.219 28.9 0.438 57.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

0.222 28.62

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

GS07289801

SA77635

SA62146

GS07289801

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

1107503 GS07289701

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289801

SA62150

1107784

99

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107747

1107810

9

83



SDI DOC#: 0510014‐IF‐100 REV. 1

148 8/21/12 940 13 1 0.219 28.9 0.219 28.9

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

2 0.219 28.9 0.438 57.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

0.222 28.62

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

GS07289801

SA77635

SA62146

GS07289801

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

1107503 GS07289701

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289801

SA62150

1107784

99

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107747

1107810

9

83



SDI DOC#: 0510014‐IF‐100 REV. 1

149 8/21/12 940 13 1 0.219 28.9 0.219 28.9

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

2 0.219 28.9 0.438 57.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.219 28.9 0.438 57.8

0.222 28.62

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

GS07289801

SA77635

SA62146

GS07289801

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

1107503 GS07289701

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289801

SA62150

1107784

99

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107747

1107810

9

83



SDI DOC#: 0510014‐IF‐100 REV. 1

150 8/21/12 927 13 3 0.219 28.9 0.657 86.7

1 0.226 28.3 0.226 28.3

1 0.219 28.9 0.219 28.9

1 0.219 28.9 0.219 28.9

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.219 28.9 0.219 28.9

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

0.223 28.58

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

SA77653

STRAND AREA   
(by pack)

SA77633

GS07289801

SA77635

SA62146

SA77633

SA62149

GS07289801

90

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

1107503 GS07289701

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289801

SA62150

1107784

99

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

52

1107747

1107810

103

9

23

83



SDI DOC#: 0510014‐IF‐100 REV. 1

151 8/22/12 940 13 1 0.219 28.9 0.219 28.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

0.225 28.35

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77633

SA77653

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

103 SA62149

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289801

SA77633

1107784

23

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

90

52



SDI DOC#: 0510014‐IF‐100 REV. 1

153 8/22/12 940 13 5 0.226 28.3 1.13 141.5

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

0.226 28.30

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77633

SA77653

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

103 SA62149

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

SA22071

SA77633

63

23

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

90

52



SDI DOC#: 0510014‐IF‐100 REV. 1

154 8/22/12 940 13 1 0.218 28.4 0.218 28.4

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

0.225 28.31

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77638

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

81 SA62146

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S248821

SA60601

S326951

54

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

84

35



SDI DOC#: 0510014‐IF‐100 REV. 1

155 8/22/12 940 13 1 0.218 28.4 0.218 28.4

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

0.225 28.31

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77638

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

81 SA62146

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S248821

SA60601

S326951

54

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

84

35



SDI DOC#: 0510014‐IF‐100 REV. 1

156 8/23/12 940 13 1 0.220 28.4 0.22 28.4

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

0.226 28.31

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA77638

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

81 SA62146

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S239628

SA60601

S323413

54

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

84

35



SDI DOC#: 0510014‐IF‐100 REV. 1

157 8/23/12 940 13 1 0.220 28.4 0.22 28.4

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

0.226 28.31

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA60601

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

98 SA62150

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S239628

SA77633

S323413

25

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

55

100



SDI DOC#: 0510014‐IF‐100 REV. 1

159 8/24/12 940 13 1 0.220 28.4 0.22 28.4

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

3 0.226 28.3 0.678 84.9

0.226 28.31

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA60601

SA62151

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

98 SA62150

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S239628

SA77633

S323413

25

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

55

100



SDI DOC#: 0510014‐IF‐100 REV. 1

160 8/24/12 940 13 1 0.220 28.4 0.22 28.4

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.218 28.4 0.436 56.8

2 0.219 28.9 0.438 57.8

0.221 28.52

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA22071

SA77623

20184

GS07289701

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S321621 S232032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S239628

GS07289701

S323413

1107444

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107474

64

41

143‐3



SDI DOC#: 0510014‐IF‐100 REV. 1

161 8/24/12 940 13 1 0.218 28.9 0.218 28.9

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.218 28.4 0.436 56.8

2 0.219 28.9 0.438 57.8

0.221 28.56

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA22071

SA77623

20184

GS07289701

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S321621 S232032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

20187

GS07289701

152‐1

1107444

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107474

64

41

143‐3



SDI DOC#: 0510014‐IF‐100 REV. 1

162 8/24/12 940 13 1 0.218 28.9 0.218 28.9

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.218 28.4 0.436 56.8

2 0.219 28.9 0.438 57.8

0.221 28.56

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA22071

SA77623

20184

GS07289701

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S321621 S232032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

20187

GS07289701

152‐1

1107444

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107474

64

41

143‐3



SDI DOC#: 0510014‐IF‐100 REV. 1

163 8/25/12 940 13 1 0.218 28.9 0.218 28.9

2 0.219 28.9 0.438 57.8

2 0.220 28.4 0.44 56.8

2 0.226 28.3 0.452 56.6

2 0.226 28.3 0.452 56.6

2 0.218 28.4 0.436 56.8

2 0.219 28.9 0.438 57.8

0.221 28.56

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA22071

SA77623

20184

GS07289701

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S321621 S232032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

20187

GS07289701

152‐1

1107444

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107474

64

41

143‐3



SDI DOC#: 0510014‐IF‐100 REV. 1

164 8/25/12 940 13 5 0.218 28.9 1.09 144.5

2 0.219 28.9 0.438 57.8

1 0.220 28.4 0.22 28.4

1 0.226 28.3 0.226 28.3

1 0.226 28.3 0.226 28.3

1 0.218 28.4 0.218 28.4

2 0.219 28.9 0.438 57.8

0.220 28.73

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

SA22071

SA77623

20184

GS07289701

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S321621 S232032

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

20187

GS07289701

152‐1

1107444

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

1107474

64

41

143‐3



SDI DOC#: 0510014‐IF‐100 REV. 1

165 8/25/12 940 13 1 0.218 28.9 0.218 28.9

2 0.220 27.3 0.44 54.6

2 0.218 28.9 0.436 57.8

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

0.219 28.22

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

20191

20191

20191

20191

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

155‐4 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

20187

710003034

152‐1

8722

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

147‐1

150‐1

147‐3

145‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

166 8/25/12 940 13 1 0.218 28.3 0.218 28.3

2 0.220 27.3 0.44 54.6

2 0.218 28.9 0.436 57.8

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

0.219 28.18

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

20191

20191

20191

20191

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

155‐4 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S521412

710003034

S327299

8722

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

147‐1

150‐1

147‐3

145‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

167 8/25/12 940 13 1 0.218 28.3 0.218 28.3

2 0.220 27.3 0.44 54.6

2 0.218 28.9 0.436 57.8

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

0.219 28.18

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

20191

20191

20191

20191

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

155‐4 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S521412

710003034

S327299

8722

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

147‐1

150‐1

147‐3

145‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

169 8/27/12 940 7 2 0.218 28.3 0.436 56.6

0 0

1 0.218 28.9 0.218 28.9

1 0.219 28.2 0.219 28.2

1 0.219 28.2 0.219 28.2

1 0.219 28.2 0.219 28.2

1 0.219 28.2 0.219 28.2

0.219 28.33

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

20191

20191

20191

20191

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

155‐4 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S521412S327299

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

147‐1

150‐1

147‐3

145‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

168 8/27/12 940 13 1 0.218 28.3 0.218 28.3

2 0.220 27.3 0.44 54.6

2 0.218 28.9 0.436 57.8

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

2 0.219 28.2 0.438 56.4

0.219 28.18

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

20191

20191

20191

20191

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

155‐4 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S521412

710003034

S327299

8722

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

147‐1

150‐1

147‐3

145‐1



SDI DOC#: 0510014‐IF‐100 REV. 1

170 8/27/12 940 14 2 0.218 28.3 0.436 56.6

2 0.220 27.3 0.44 54.6

2 0.220 28.6 0.44 57.2

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

0.219 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S521412

S521412

S521412

S521412

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S323519 S239622

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S521412

710003032

S327299

8694

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327305

S327304

S327283

S327290



SDI DOC#: 0510014‐IF‐100 REV. 1

171 8/27/12 940 14 2 0.218 28.3 0.436 56.6

2 0.220 27.3 0.44 54.6

2 0.220 28.6 0.44 57.2

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

0.219 28.20

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

S327305

S327304

S327283

S327290

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S323519 S239622

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S521412

710003032

S327299

8694

S521412

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S521412

S521412

S521412

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

172 8/27/12 940 14 2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 28.6 0.44 57.2

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

0.219 28.06

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S521412

S521412

S521412

S521412

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S323519 S239622

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

710003032

8169

8694

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327305

S327304

S327283

S327290



SDI DOC#: 0510014‐IF‐100 REV. 1

173 8/27/12 940 14 2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.220 28.6 0.44 57.2

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

2 0.218 28.3 0.436 56.6

0.219 28.06

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

S327305

S327304

S327283

S327290

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S323519 S239622

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

710003032

8169

8694

S521412

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S521412

S521412

S521412

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

174 8/27/12 940 14 2 0.220 27.3 0.44 54.6

1 0.220 27.3 0.22 27.3

1 0.220 28.6 0.22 28.6

1 0.218 28.3 0.218 28.3

1 0.218 28.3 0.218 28.3

1 0.218 28.3 0.218 28.3

1 0.218 28.3 0.218 28.3

1 0.220 27.3 0.22 27.3

1 0.217 27.6 0.217 27.6

1 0.217 27.6 0.217 27.6

1 0.216 28.2 0.216 28.2

1 0.220 27.3 0.22 27.3

1 0.217 27.6 0.217 27.6

0.219 27.81

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

20080501

0710001218

S521312

STRAND AREA   
(by pack)

S521312

S521412

S521312

S521312

10486

S521312

S521412

S327279

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S323519 S239622

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

710003032

8169

8694

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

0806083‐5

8174

S327278

S327305

S327304

S327281

S327283

10188181

S327290



SDI DOC#: 0510014‐IF‐100 REV. 1

175 8/28/12 940 14 2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.217 27.6 0.434 55.2

2 0.217 27.6 0.434 55.2

2 0.216 28.2 0.432 56.4

2 0.220 27.3 0.44 54.6

2 0.217 27.6 0.434 55.2

0.218 27.56

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

S327278

S327279

0806083‐5

8174

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327281 S521312

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

10486

8169

10188181

S521312

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S521312

20080501

0710001218

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

176 8/28/12 940 14 1 0.220 27.3 0.22 27.3

2 0.220 27.3 0.44 54.6

2 0.217 27.6 0.434 55.2

2 0.217 27.6 0.434 55.2

2 0.216 28.2 0.432 56.4

2 0.220 27.3 0.44 54.6

2 0.217 27.6 0.434 55.2

1 0.220 27.3 0.22 27.3

0.218 27.56

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S521312

20080501

0710001218

10486

S521312

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S327281 S521312

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

710002900

10486

8169

10188181

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327278

S327279

0806083‐5

10188180

8174



SDI DOC#: 0510014‐IF‐100 REV. 1

177 8/28/12 940 14 2 0.220 27.3 0.44 54.6

2 0.220 27.3 0.44 54.6

2 0.217 27.6 0.434 55.2

2 0.217 27.6 0.434 55.2

2 0.216 28.2 0.432 56.4

2 0.220 27.3 0.44 54.6

2 0.217 27.6 0.434 55.2

0.218 27.56

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

S327278

S327279

0806083‐5

8174

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327281 S521312

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

10486

10486

10188180

10188181

S521312

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S521312

20080501

0710001218

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

178 8/28/12 940 14 5 0.220 27.3 1.1 136.5

1 0.220 27.3 0.22 27.3

2 0.217 27.6 0.434 55.2

2 0.217 27.6 0.434 55.2

1 0.216 28.2 0.216 28.2

1 0.220 27.3 0.22 27.3

2 0.217 27.6 0.434 55.2

0.218 27.49

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

S521312

20080501

0710001218

S521312

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

S327281 S521312

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

10486

10486

10188180

10188181

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

S327278

S327279

0806083‐5

8174



SDI DOC#: 0510014‐IF‐100 REV. 1

179 8/27/12 940 14 5 0.222 28.2 1.11 141

8/29/12 5 0.218 28.9 1.09 144.5

4 0.218 28.9 0.872 115.6

0.219 28.65

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE

152‐2 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233792

20187

S321801

153‐4

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

180 8/29/12 940 12 4 0.222 28.2 0.888 112.8

4 0.218 28.9 0.872 115.6

4 0.218 28.9 0.872 115.6

0.219 28.67

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

152‐2 20187

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

S233792

20187

S321801

153‐4

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE



SDI DOC#: 0510014‐IF‐100 REV. 1

181 8/29/12 940 11 9 0.219 28.9 1.971 260.1

2 0.220 27.3 0.44 54.6

0.219 28.61

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE STRAND AREA   

(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

GS07289701

10486

1107482

10188179

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND AREA   
(by pack)



SDI DOC#: 0510014‐IF‐100 REV. 1

182 8/29/12 940 7 1 0.218 28.9 0.218 28.9

6 0.220 27.3 1.32 163.8

0.220 27.53

SDI SUPERVISOR:  SDI PROJECT MANAGER: 
Print/Sign Date Print/Sign Date

STRAND AREA   
(by pack)

BUNDLE 
STRAND 
QUANTITY

STRAND PACK NO.'S
STRAND E‐
MODULUS     

(Avg. by tendon)

STRANDS PER 
PACK

PAGE ____  OF ____

STRAND AREA   
(Avg. by tendon)

STRAND E‐
MODULUS      
(by pack)

20187

10486

152‐2

10188179

PRE‐FABRICATION

 TAG ID NO.
PREFAB LENGTH 

(FT)

MATERIAL INFORMATION

STRAND HEAT NO.'S
PREFAB DATE



TL-0016, Nonconformance Resolution(01/23/08)  Page 1 of 2 

Hardcopy Routing Instructions: 
1. Resident Engineer 2. Inspecting Branch Contract File 3. Responsible Branch Contract File (with supporting documentation) 

STATE OF CALIFORNIA—BUSINESS, TRANSPORTATION AND HOUSING AGENCY Edmund G. Brown Jr., Governor 

DEPARTMENT OF TRANSPORTATION 
DIVISION OF ENGINEERING SERVICES 

MATERIALS ENGINEERING AND TESTING SERVICES  

Office of Structural Materials 

Quality Assurance and Source Inspection 
 

Bay Area Branch 

690 Walnut Ave., St. 150 
Vallejo, CA  94592-1133 
(707) 649-5453 
FAX: (707) 649-5493 

Contract # :  04-0120S4 

Cty ALA Rte 80 PM 1.6/2.7  

File #  1 .25A 

 

fO 

QUALITY ASSURANCE - NONCONFORMANCE RESOLUTION 

Location: C-Trans, Oakland, CA Date:  01/07/2014 

Prime Contractor: MCM Construction Inc. NCR# 9 

Submitting Contractor: Schwager Davis Incorporated (SDI) 

Type of problem: 

Welding  Concrete  Other  

Welding:  Curing:  Procedural:  

Joint fit-up:  Coating:  Other:  <<Other Problem Type>> 

Procedural:  Procedural:    

Bridge No . 34-006 Component Pre-Stressed Tendon Bundles 

Date nonconformance report was written: 08/23/2012 

 

Description of Non-Conformance: Low-relaxation type A416 7-wire strand tendon bundles were shipped to the 

jobsite without the supporting documentation prior to being tagged. Contractor did not provide a Certificate of 

Compliance (COC), QC logs with the nominal Area of the steel (A), or the Modulus of Elasticity (E) values. The 

following is the list of items shipped prior to tagging: 

 

Date Items shipped prior to tagging 

8/23/2012 142, 143, 146, 147, 149, 113, 118, 120, 130, 132, 114, 140, 148, 116, 134 

8/24/2012 112, 110, 136, 115, 117, 111, 107, 145, 108,109, 125, 127, 123, 144, 121 

8/25/2012 131, 128, 157, 156, 148, 105, 135, 137, 139, 141, 092, 090, 088, 086, 084 

8/27/2012 
199, 133, 098, 100, 102, 166, 165, 096, 085, 083, 167, 089, 094, 095, 093, 054, 056, 101, 091, 
087, 168, 164, 163, 162, 161 

8/28/2012 
055, 053, 062, 060, 057, 065, 064, 170, 046, 042, 004, 040, 038, 080, 082, 078, 160, 036, 031, 
172, 173, 051, 052, 010, 047, 081, 039, 037, 049, 079 

8/29/2012 
061, 012, 050, 048, 008, 035, 077, 175, 153, 151, 171, 177, 006, 007, 011, 075, 129, 058, 159, 
014, 016, 005, 045, 009, 003, 018, 028, 063, 030, 076, 074, 178, 155, 034 

8/30/2012 
073, 033, 031, 029, 027, 001, 065, 067, 076, 176, 179, 154, 150, 174, 069, 068, 169, 041, 017, 
022, 015, 013, 180, 181, 182, 002, 066, 072, 071, 151, 041 022, 150, 154, 031, 017, 033, 013, 
176, 015 

 

Contractor’s proposal to correct the problem:  Contractor to propose a resolution. 

Corrective action taken: Rudy Schmidt provided supporting documentation on September 6
th
 of 2012 with the 

certificate of compliance and quality control logs with the actual steel area ("A") and the Modulus of Elasticity ("E") 

values for Tag bundle 001-182. These materials are in accordance with Schwager Davis Inc. quality control standards 

and are in compliance to the plans and specifications.   

Did corrective action require Engineer’s approval? Yes No 

If so, name of the Engineer providing approval:      Date:      

Is Engineer’s approval attached: Yes No       



 

 

QUALITY ASSURANCE - NONCONFORMANCE RESOLUTION 
(Continued, Page 2 of 2) 

TL 0016 NCR Resolution (08/28/07)  Page 2 of 2 

  

 Routing Instructions: 
1. Resident Engineer 2. Prime Contractor 3. Branch Senior 4. SMR 5. Contract File 

Comments:  This report is for the purpose of determining general conformance with the contract documents and is not 

for the purpose of making repair or fit for purpose recommendations.  Should you require recommendations 

concerning repairs or remedial efforts please contact Gary Thomas, (916) 764-6027, who represents the Office of 

Structural Materials for your project. 

Inspected By:  Courtney Goldstein Quality Assurance Inspector 

Reviewed By:  Ken Riley  QA Reviewer 

 


